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Abstract

Hakala, Tommi
Applications of light-matter interaction in nanosciences
Jyväskylä: University of Jyväskylä, 2009, 86 p.
(Research report/Department of Physics, University of Jyväskylä),
ISSN 0075-465X; 14/2009)
ISBN 978-951-39-3721-8 PDF 978-951-39-3722-5
diss.

In this thesis, light matter interaction in nanoscale has been studied from various
aspects. The interaction between surface plasmon polaritons (SPPs) and optically
active organic molecules (Rhodamine 6G, Sulforhodamine 101 and Coumarine 30)
and semiconducting nanocrystals (quantum dots) is studied in the weak coupling
regime. In particular, a photon-SPP-photon conversion with spatially separated in-
and outcoupling was demonstrated by using molecules. Also, a frequency down-
conversion for propagating SPPs was presented by utilization of vibrational relax-
ation of organic molecules.

A strong coupling regime was reached for Rhodamine 6G (R6G) and SPP de-
spite the broad absorption linewidth of R6G. This implies that the regime is readily
accessible for a wide variety of other molecule-SPP systems as well. In this context,
two novel detection methods were introduced, which enable the studies of the sys-
tem time evolution, information which has been inaccessible in previous studies.
For the first time, a quantum mechanical hybridization of two molecular excitations
and SPP was presented. Finally, in analogy to tunable-Q optical microcavities, it was
shown that the strong coupling can be controlled by adjusting the interaction time
between waveguided SPPs and R6G deposited on top of the SPP waveguide. The
method allows studying extremely nonadiabatic phenomena in strongly coupled
systems, since the interaction time can be controlled with sub-fs precision simply by
adjusting the length of the R6G area by standard lithography methods.

Also, a high throughput pattern transfer method for nanoscale objects was in-
troduced, and the proof-of-principle experiment was done using quantum dots. The
reported method is extremely robust due to the wealth of trapping force in the sys-
tem. In addition to high precision and high throughput, the method enables dynamic
control over the manipulation of objects and transferred pattern; one single univer-
sal master stamp can be used to generate any desired multicomponent pattern to
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the target plate.
In addition, a method for fabricating ultra high vacuum compatible electri-

cal feedthroughs for Bose-Einstein condensate (BEC) atom trapping chip was intro-
duced. The method takes advantage of the electroplating technology together with
the mass fabrication capabilities inherent in UV lithography, enabling the fabrication
of on-chip ultra high vacuum sealable feedthroughs, small enough to have dozens
of them on a single chip, but large enough to stand high currents necessary for the
realization of BEC in such a configuration.

Keywords surface plasmon polaritons, organic molecules, weak coupling, strong
coupling, quantum dot, pattern transfer, Bose-Einstein condensate
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Chapter 1

Introduction

1.1 Surface plasmon polaritons (SPPs)

Surface plasmon polaritons are surface electromagnetic waves on a metal/dielectric
interface that propagate in a direction parallel to the interface. The electric field asso-
ciated with SPPs is strongly confined and decays exponentially with increasing dis-
tance from the interface (see Fig. 1.1a and b). Many of the appealing features of SPPs
come from this confinement: The electric field strength in the vicinity of the inter-
face is enhanced, providing possibilities for fluorescence enhancement [71], surface
enhanced Raman studies, single molecule detection [58] and various bioanalytical
applications [49]. Also enhanced nonlinear effects such as four wave mixing have
been reported [21]. Since photons can be coupled to plasmons and vice versa and
the frequency range of SPPs extends over the infrared and visible spectrum, they
also provide a new platform for optical communication [59]. However, their decay
due to both scattering from the surface imperfections and ohmic losses within the
metal has been considered a hindrance to their use. In particular, the short, approx-
imately 10 micrometer propagation distance of SPPs on metal surfaces has limited
their applicability in the fields of information transport and processing. A renewed
interest towards plasmon based information processing came with the advances of
micro- and nanofabrication technologies, which allowed to scale down the metallic
structures that could support plasmons to 10-100 nm scale. This allowed for sev-
eral functional parts to be embedded in length scales well below the characteristic
SPP propagation distance. Although SPPs consist of approximately 1010 conduction
electrons, and as such are true many-body objects, they have been reported to ex-
hibit many unexpected coherent properties even at room temperature. For instance,
a photon pair has been shown to maintain entanglement after photon-SPP-photon
conversion [26]. Also, stimulated emission of SPPs has been demonstrated [60]. Fur-
ther, a strong coupling between organic molecules and SPPs at room temperature
has been reported, providing interesting possibilities to coherently control the light-
matter interaction [9]. In addition, in this thesis the dynamics and the time evolution
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of the strongly coupled system in femtosecond timescales has been studied by con-
trolling the interaction time between the SPP and the molecules (see paper III of this
thesis).

FIGURE 1.1 a) SPPs consist of periodic charge density fluctuations within the metal
which are accompanied by the electric field. b) The SPP electromagnetic field decays
exponentially with increasing distance into each medium from the interface. c) SPP
dispersion relation (red line) with a dispersion of free space photons (black dotted
line). To couple light to SPP, the k vector mismatch between k1 and k′1 should be
compensated. This can be done for example by using a prism (Kretschmann config-
uration). Also a corrugation (individual or periodic) can be used to excite SPPs with
light [81]. Adapted with permission from [8].

The electromagnetic field associated with SPP at a dielectric/metal interface
can be obtained by solving Maxwell’s equations [81]. From the solution one obtains
SPP’s dispersion relation, that is, the SPP energy (or frequency) as a function of its
wave-vector (see Fig. 1.1c),

kSPP =
ω

c

√
εdεm
εd + εm

, (1.1)

where εd and εm are the frequency dependent permittivities of the metal and the
dielectric, respectively. The permittivities εd and εm are required to have opposite
signs for SPPs to be possible at the interface. This condition is satisfied for various
metal/dielectric pairs, since for metal (dielectric) εm (εd) is complex (real) and nega-
tive (positive).

The propagation length of SPP (1/e decay length) is given by [81]

δSPP =
c

ω

|ε′m|
1/2 (|ε′m| − εd)3/2

ε
3/2
d ε′′m

. (1.2)

Here ε′m and ε′′m m are the real and imaginary parts of the dielectric function of the
metal such that εm = ε′m + iε′′m. For metals with low ohmic losses such as silver, the
propagation distances range approximately from 10 µm in the visible frequencies, to
millimeter range for the near infrared. The decay lengths of the electric fields within
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the dielectric and the metal (see Fig. 1.1b) are of the order of 100 nm and 10 nm,
respectively.

1.2 Fluorescence

Fluorescence is generally considered as a process in which a molecule or an atom
emits a photon as a result of a decay of the excited electronic state to lower energy
state. In practice, fluorescence is often produced by first exciting the electronic state
by absorption of a photon. The photon that excites the system is usually higher in
energy as compared to the photon emitted by the fluorescence due to nonradiative
vibrational relaxation (heat) of the excited electronic state. Fluorescence is an impor-
tant process not only from the application point of view, but also from the funda-
mental physical viewpoint: It demonstrates an everyday example of how photons
and matter interact. The three processes, absorption, vibrational relaxation and flu-
orescence have characteristic timescales of 10−15 s, 10−12 s and 10−9 s, respectively
(see Fig. 1.2). Since the timescales are separated by several orders of magnitude, it
allows to distinguish between the events by timeresolved measurements [61].

FIGURE 1.2 The schematic energy diagram and the relevant timescales for the ab-
sorption, vibrational relaxation and fluorescence.

1.3 Fluorescence near metal surfaces

The fluorescence of an emitter is strongly modified in the vicinity of a metallic sur-
face due to coupling of the electromagnetic field to the conduction electrons of the
metal. In particular, the metal surface may alter both the radiative decay rate and the
spatial distribution of the emitted radiation. Further, additional non-radiative en-
ergy transfer mechanisms become increasingly dominant with decreasing distance.
These transfer mechanisms include SPPs and lossy waves. The efficiency of coupling
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to different decay channels depends on the details of the system, such as the choice
of metal, the frequency, and the orientation of the emitter (which are here treated as
radiating dipoles). In Fig. 1.3 is shown the calculated fraction of power dissipated by
the emitters to different decay channels [7]. Here, the emitters are positioned above
a silver interface and have emission wavelength of 614 nm. The highest coupling to
the SPP mode (90 %) comes when the emitters are 200 nm from the surface with their
dipole moments oriented perpendicular to the interface. For an isotropic distribu-
tion of dipole moment orientations, the coupling to the SPP mode reaches 30 % at a
distance of 20 nm from the surface. In the next two chapters, this coupling between
emitters, and more precisely organic fluorescent molecules, and SPPs propagating
on a plasmonic waveguide, is studied.

FIGURE 1.3 The relative fractions of the emitter emission to different decay channels.
a) for dipoles that are oriented perpendicular to the metal surface. b) for dipoles that
are oriented parallel to the metal surface. c) for random orientation of the molecular
dipoles. Adapted from [7].

1.4 Particles in nonuniform electric fields

In, general, nonuniform electric fields can be used to exert forces on polarizable
particles. Since various insulating, semiconducting and conducting particles exhibit
polarizability regardless of their net charge, this method has found diverse appli-
cations in atomic physics, biophysics, and nanosciences. The principle of this phe-
nomenon is illustrated schematically in Fig. 1.4. Surface charges are induced on the
polarizable object in the electric field, positive on one side of the object and neg-
ative on the other. The net force on each side depends on the amount of induced
surface charge and the electric field strength. Note that if the field is homogeneous,
the forces exerted to the left and right sides of the particle are equal in magnitude
but opposite in direction, resulting in a zero net force (see Fig. 1.4 a). However, if the
field is nonuniform, there will be a net force acting on a particle (see Fig. 1.4 b). Thus,
for this method to be efficient, it is essential to create highly nonuniform fields.

Note that the method does not require any time dependency of the field; how-
ever, in the case of charged particle, there will be an additional force acting on a
particle due to Coulombic interaction between the charge and the electric field. To
average out this effect, a time-varying field is often used. In fact, the method can be
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FIGURE 1.4 A net force excerted to a polarizable particle in a uniform electric field
averages to zero, while in a nonuniform field there will be a net force.

extended all the way up to the optical frequencies, where light itself can be used to
trap and manipulate objects. This can be done with propagating light, as in the case
of optical tweezers [43], or with confined light fields as in the case of surface plas-
mon based trapping [66]. Also individual atoms can be trapped and manipulated
by nonuniform light fields. The method is known as optical dipole trapping and is
frequently applied in cold atom physics and Bose-Einstein condensate related stud-
ies. In the paper IV of this thesis, we will introduce a case in which nanofabricated
electrodes create highly nonuniform fields which are used to trap and manipulate
nanoscale objects, a method known as dielectrophoresis.

1.5 Bose-Einstein condensation (BEC)

The behaviour of atoms at very low temperatures lead to extraordinary physical
phenomena. When a system of many identical atoms is cooled down close to abso-
lute zero temperature, the overlap of the individual particle wavefunctions results
to a collective, coherent state of matter in which quantum effects become apparent
on a macroscopic scale. BEC was predicted by Satyendra Nath Bose and Albert Ein-
stein in 1924-25 for photons and later by Einstein for material particles [12, 24]. The
first gaseous condensate was produced quite recently (1995) by Eric Cornell and
Carl Wieman at the University of Colorado at Boulder NIST-JILA lab, using a gas
of rubidium atoms cooled to 170 nK [4]. Cornell, Wieman, and Wolfgang Ketterle at
MIT were awarded the 2001 Nobel Prize in Physics for their work on BEC. In the
paper V of this thesis, a method to fabricate ultrahigh vacuum compatible electrical
feedthroughs for atom trapping chip used for BEC, is introduced.
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1.6 The connections between the fields

As the papers I-III of this thesis describe SPP-molecule interactions, IV a novel
method for pattern transfer of nanoscale objects and V a technical improvement
for making electrical connections to the Bose-Einstein condensate setup, this the-
sis covers a particularly wide variety of different scientific subject areas. At first
sight these fields might appear as totally separate. However, each of the papers are
closely related to a rapidly growing field of coherent quantum information process-
ing, which is largely relying on the coherent interaction between light and matter.
SPPs in conjunction with molecules or quantum dots [3] and SPPs in conjunction
with BEC [57], are examples of the current trend of convergence between the fields
of plasmonics, BEC and nanoscale emitters such as fluorescent molecules, quantum
dots and atoms.

The connection between SPPs and BEC systems. Conventionally Bose-Einstein
condensation is realized in a massive vacuum chamber with optical access to al-
low for precooling of the atoms by utilizing laser light [79]. Magnetic fields that
are generated by macroscopic coils, are used to trap and evaporatively cool down
the atoms [4]. Currently there exists a strong motivation to miniaturize the BEC
systems, and chip-integrated vacuum cells with microscopic current carrying wires
have been successfully used for the realization of BEC in microscale [30, 62]. How-
ever, the realization of a BEC in nanoscale has not yet been successful, although
proposals have been put forward [42,6]. To create a nanoscale electromagnetic trap-
ping region, one needs to use nanoscale structures. One of the main issues related
to nanoscale BEC is the attractive van der Waals forces in the close proximity of
the sample surface on which the nanostructures are fabricated [27]. Very recently,
a novel method for overcoming these forces was proposed [57]. Surface plasmon
resonances supported by metallic nanoparticles could be utilized to exert a repul-
sive, compensating force to the trapped atoms. The utilization of surface plasmons
in the context of atomic physics could therefore open up a route towards nanoscale
BEC. Scaling down the BEC to nanoscale is interesting not only from the funda-
mental physics viewpoint, but would also allow for several BECs in one chip with
very small spatial separation. This would be an important milestone if the inherent
coherence of BECs are to be used for information processing.

The connection between strongly coupled SPP-molecule systems and strongly coupled
BEC systems. Despite the difference in structural complexity of organic molecules
compared to atoms, the systems composed of these dissimilar objects share many
analogous features. For example, the strong coupling, as reported in the paper III
for organic R6G molecules and SPPs, will play central role also in the proposal for
scaling the BEC for atoms to nanoscale [57]. A striking example of the effects of
strong light-matter interaction is the so-called eletromagnetically induced transparency
(EIT) [31, 11], a coherent effect which makes the optical medium transparent over a
very narrow spectral range and leads to strong nonlinearities and extremely low
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group velocities of light. Eletromagnetically induced transparency is most often
realized in gaseous atom systems [28], and in 1999 it was also reported in Bose-
Einstein condensate utilizing strong coupling between the light field and the cooled
sodium atoms [32]. Recently, studies have been extended to solid state systems as
well, which hold strong potential in terms of practical applications [25]. The strong
coupling between SPPs and organic R6G molecules reported in paper III of this the-
sis is one of the first examples of the room temperature coherent interaction between
SPPs and molecules and could provide a novel platform for studying coherent phe-
nomena, such as EIT. The great goal of course would be to find a system, in which
all the coherent quantum phenomena would be readily accessible at room temper-
ature. If realized this would be revolutionary not only for scientific studies but also
for the applications of everyday life.

The motivation for controlling the spatial position of nanoscale emitters. The usage of
organic fluorescent molecules and quantum dots is increasing rapidly in the fields
of quantum electrodynamics [56], all-optical information processing [40], and plas-
monics [3]. Thus it is increasingly important to gain precise control over positioning
of these nanoscale emitters. In this thesis, two different methods for depositing op-
tically active material to predefined locations, is introduced. Chapter 2 presents a
technique which enables the deposition of several different species of fluorescent
molecules or quantum dots onto the predefined positions on the sample by using
electron beam or UV lithography. The method allows for 1) patterning of optically
active areas with arbitrary shape, with subwavelength dimensions if desired, 2) sev-
eral different species of molecules to be deposited onto the same sample into any
desired configuration, 3) forming hybrid structures, in which molecules and their
polymer host are deposited onto the waveguide in periodic subwavelength patterns.
Such patterns, but without the plasmonic waveguide, also known as photonic crys-
tals, are presently under intense study due to their capability to modify the optical
density of states and to confine light in very small spatial dimensions, making them
a promising candidate for optical information processing [80]. The possibility to in-
tegrate photonic crystals with plasmonic structures provides interesting prospects
to control light-matter interaction in nanoscale [41]. The paper IV demonstrates that
nonuniform electric fields can be used to manipulate and position quantum dots
and other nanoscale objects with high precision and throughput that could prove
useful in the realization of novel plasmonic applications, such as a single photon
plasmonic transistor [13].
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Chapter 2

SPP-molecule interactions in the weak
coupling regime

In the next sections we will describe how molecular excitation can be coupled to
SPPs. As SPPs are difficult to detect as such, we frequently employ SPP-light con-
version to characterize them. This approach is in general very useful due to well
developed methodology to characterize photons, in particular their intensity and
wavelength. However, attention has to be paid in particular to distinguish the SPP
originated photons from ordinary ones (such as background light originating for ex-
ample from the reflections of the excitation laser or photon emission of the fluores-
cent molecules used in the experiments). In what follows, we show several methods
how these two contributions to the total photon flux can be distinguished. By using
these methods, we will show that:

• Molecular emission can be coupled to SPPs.

• These SPPs can be coupled back to photons in two ways:

– By elastic scattering from a discontinuity in SPP boundary conditions, for
example a change in dielectric constant of the dielectric, or abrupt change
in metal geometry (the end of the waveguide). In this case the photon
energy equals the SPP energy.

– By using molecules that absorb the incoming SPPs and consequently emit
photons. In this case the resulting photon energy usually is lower than
the SPP energy, since in the process some fraction of the SPP energy is
dissipated to vibrational relaxation of the molecule, a phenomenon also
known as Stokes shift and which is frequently encountered in conven-
tional spectroscopy.

• The SPP can be coupled to molecules in such a way that the molecule, by re-
laxation, re-emits another SPP. In this case the resulting SSP has usually lower
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energy than the initial one. The resulting SPP can in turn scatter elastically to
a photon from the discontinuity at the sample.

In contrast to free space light, SPPs are bound to the very surface of the metal
structures. This difference can be utilized to distinguish the SPP originated photons
from the ordinary ones, in particular by designing SPP waveguide samples with
carefully chosen geometry.

2.1 Sample fabrication

For the fabrication of the plasmonic waveguide with molecules, a lithography based
method that allows deposition of several different types of molecules on top of the
plasmonic waveguide structures was developed, see Fig. 2.1. First, 5 µm wide plas-
mon waveguides (titanium 2 nm and silver 130 nm thick) and alignment marks were
fabricated by regular electron beam lithography, thin film evaporation and liftoff
techniques onto an indium tin oxide (ITO) coated glass substrate. The molecules
(Rhodamine 6G (R6G), Coumarine 30 (C30) or Sulforhodamine 101 (SR 101)) were
diluted to SU-8 epoxy-based negative polymer resist (Microchem SU-8 2025), which
was spin coated onto the sample. The thickness of the molecular film was controlled
by spinning speed and by diluting the resist by a suitable amount of cyclopentanone.
Next, electron beam lithography was used to polymerize the resist from the pre-
defined locations which was followed by the development of the resist by SU-8
developer (Microchem). The same method was used to deposit a second layer of
different molecules onto the sample. The thicknesses of the resulting layers was ver-
ified with atomic force microscope. Note that the size and accuracy of positioning of

FIGURE 2.1 The schematic of the fabrication of the waveguide and the deposition of
the molecules.
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the molecular areas is limited only by the resolution and alignment accuracy of the
lithography step.

Further, a positive resist like PMMA, where areas unexposed to the e-beam
are left on the surface, cannot be used for deposition of several types of molecules
in different positions. This is because a polymer area positioned in the first cycle
would be exposed to the electron beam during the second exposure cycle and later
dissolved during the development.

2.2 Measurement setup

The analysis of the waveguide samples was carried out by using a confocal micro-
scope equipped with two scanners (Olympus FV-1000). The scanners are used to
either direct or collect light from a specific, diffraction limited spot on the sample.
The scanner motion and location can be controlled by the computer software. In Fig.
2.2 is shown schematics for three different measurement methods used in the analy-
sis. A single scanner imaging was used for general inspection of the samples. In this
case the scanner was used to control the position of the excitation laser which was
set to scan over the whole sample. The luminescence was collected from the location
of excitation, which was then guided to the detectors via band pass filters. The filters
are adjusted so that one transmits the reflected laser light and the other detects the
fluorescence from the C30 or R6G molecules. The sample image was constructed
from the luminescence intensity as a function of the xy-position of the laser. Dual
scanner imaging was used for excitation and detection of SPPs. In this case, one
scanner was used to control the position of the 405 nm excitation laser, which was
set to scan only the region of C30 molecules in a spiral-like fashion. Together the
molecules and the laser act as SPP-source having a characteristic spectrum of C30.
To image SPPs, a second scanner was used to record the luminescence of the sample
as a function of the scanner xy-position. The luminescence signal was guided to the
detector via band pass filter adjusted to detect either the C30 or R6G emission. The
spectral measurements were made as follows. One scanner was used to control the
position of the excitation laser (405 nm). Again, the excitation laser was set to scan
only the region of C30 molecules. The luminescence was collected from the specific
location of interest (for example the edge of silver stripe or R6G region) on the sam-
ple by using the second scanner. The luminescence signal was guided to the detector
via a band pass filter whose spectral position was scanned through the wavelengths
of interest. The spectrum from the location defined by the scanner 2 was constructed
by plotting the intensity measured by the detector as a function of the wavelength.
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FIGURE 2.2 Different measurement schemes using a confocal microscope.
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2.3 Molecular coupling between photons and plasmons

2.3.1 Molecular incoupling of waveguided SPPs

The dependence of molecular emission on the distance from the metal surface. First we will
show that by varying the distance of the molecular film from the metal surface, the
intensity of the fluorescence signal changes. In Fig. 2.3 is shown three cases: a) The
molecular film (C30, thickness 50 nm) is deposited directly on top of the Glass/ITO
substrate; b) The molecular film (C30) is deposited on top of the silver film; c) A
spacer layer (SU-8 polymer film, thickness 40 nm) is deposited in between the C30
and silver film, so as to increase the distance between the two. The R6G area seen
on the left of the waveguide is not relevant for the next considerations.

FIGURE 2.3 The effect of the spacer layer between the C30 molecules and the metal
on the emission intensity. a) A sample without any metal layer but with C30 region
in the center and R6G regions in the three arms. The right arm has no dye. b) Similar
to a) but with a plasmonic waveguide added. c) similar to b) but with a spacer layer
(40 nm thick) added between the C30 and the metal. Images are taken in dual scanner
configuration with one scanner localized only onto the C30 region (excitation with 405
nm laser) and the other scanner set to the detection bandpass of 520-620 nm including
both C30 and R6G emissions. In the insets: single scanner confocal images with gray-
blue showing the reflection image and red showing the R6G and C30 emission image
(488 nm excitation and 520-620 nm bandpass detection).

All the samples were measured under the same excitation and collection con-
ditions. The comparison between the case a) and case b) shows a small increase of
the emission intensity from the C30 in the sample b). There are two possibilities for
this effect: 1) the silver surface acts as a mirror for both the excitation light and emis-
sion light from the molecules. This increases the excitation probability of molecules,
and further reflects all the emission to the upper half space. 2) The excitation and
fluorescence enhancement in the vicinity of the metal surface have been reported by
several authors [71], and this could contribute to the intensity.

However, when a spacer layer is added between the silver and the molecular
film, the fluorescence intensity from the C30 area strongly increases (compare the
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samples b) and c)). Assuming the excitation rate is not modified, the result implies
that other, nonradiative energy transfer mechanisms are present in case b). In partic-
ular, these mechanisms can be identified to be the coupling of the radiative dipole to
SPPs and lossy waves. Note that the decreased intensity in b) is in qualitative agree-
ment with the discussion in section 1.3, since the coupling to these nonradiative
modes (that will not contribute to the photon flux and therefore are not visible in
the image) increases when the distance between the radiating dipole and the metal
surface is decreased. On the other hand, as seen in case c), adding the spacer layer
decreases the coupling to these modes and results in an increase of the photonic
emission intensity. The increase of the emission intensity of the C30 molecules from
sample a) to sample c), which both have molecules away from the metal surface, can
be explained by a mirror effect which increases the excitation of the molecules and
the efficiency for collection of the photonic emission.

The results presented above imply that the molecular emission is increasingly
coupled to nonradiative modes when the distance between the molecule and the
metal surface is decreased. However, results do not provide sufficient information
to judge whether the molecular emission is coupled to SPPs or lossy waves.

The luminescence intensity from the end of the silver waveguide depends on the dis-
tance from the C30 area. Note also that other parts of the sample in case b) and c), and
in particular the right end of the silver stripe, also exhibits luminescence although
the excitation light is directed only to the center (C30) area. Next, this emission is
shown to originate from the SPPs propagating along the waveguide which are then
elastically scattered to photons at the end of the waveguide. As discussed in sec-
tion 1.1, the surface plasmons are dissipated as heat through ohmic losses in metal.
Thus, by varying the distance between the SPP source (C30 area) and the end of
the waveguide, the intensity of the photon flux at the end of the waveguide should
vary. Further, by assuming that the SPP-to-photon scattering efficiency at the end of
the waveguide is independent of the incident SPP intensity, the measured intensity
at the end of the waveguide should decay exponentially with increasing distance.
To test this, samples with varying length between the C30 area and the waveguide
end were fabricated and the distance dependence of the luminescene signal inten-
sity at the end of the waveguide was measured. Several sets of samples were fab-
ricated (i.e., several chips each having many waveguides with varying lengths). As
expected for SPPs, the intensity showed exponential dependence on the length with
a characteristic propagation length varying from 7 to 10 micrometers between the
sets of samples. These values are in reasonable agreement with the values previously
reported for plasmon propagation at silver-air interface (20 µm at 514 nm excitation
wavelength) [47]. The results from a one set of samples are shown in Fig. 2.4.

Importantly, since our measurement method relies on the intensity of the pho-
ton flux incident on the photodetector rather than SPP intensity in the silver stripe,
it is essential to distinguish between the two contributions (SPP-originated and free
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space photons) to the measured signal. Such an exponential dependence of the in-
tensity is a solid proof that the luminescence at the end of the waveguide originates
from the SPPs.

FIGURE 2.4 The luminescence intensity at the end of the stripe as a function of the
stripe length (black circles). The red line is a fitted exponential decay yielding a prop-
agation length of 7.7 µm. Inset: Confocal microscope images of one of the measured
waveguides taken with the single scanner and the dual scanner setups. The distance
between the C30 area and the end of the waveguide is 10 µm. A luminescence signal
from elastically scattered SPPs at the end of the waveguide is clearly visible in the dual
scanner image (right). Adapted from the paper I of this thesis.

The spectrum of the SPPs at the end of the waveguide (or SU-8 edge) corresponds to the
emission spectrum of C30. The exponential distance dependence of the luminescence
intensity implies that it is due to SPPs that are originated from the excitation area
and propagating along the waveguide and then subsequently elastically scattered to
photons at the end of the waveguide. However, this does not constitute a proof that
the SPPs are originating from the relaxation of C30 molecules. It is well known that
SPPs can be excited by several mechanisms as discussed in section 1.1. In particular,
since the excitation laser light is incident on a silver surface and the SU-8 polymer
(host for C30 molecules), it is possible that the defects or impurities at the silver
surface or in the polymer host excite the SPPs. To rule out this possibility, spectral
measurements for the luminescence at the end of the waveguide were performed.
In figure 2.5 is shown the luminescence spectrum from the end of the waveguide
together with the emission spectrum measured directly from the C30 area. In both
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cases, the excitation light is directed only to the C30 region. As can be seen, the
resemblance of the two spectra is high, confirming that the luminescence intensity
measured at the end of the waveguide is originating from the C30 molecules. The
horizontal shift in the spectra could originate from wavelength dependent propaga-
tion losses of SPPs. The short wavelengths are subject to higher losses, which shifts
the peak value of the SPP spectrum (red curve) to higher wavelengths.

FIGURE 2.5 The luminescence spectrum from the end of the waveguide (red) together
with the emission spectrum measured directly from the C30 area (black).

To summarize, the above three measurements state that:
1) The nonradiative decay rate of the excited C30 molecules changes as the distance
between the molecular film and the silver surface is varied. For the two distances
measured, the fluorescence decreases as the distance is decreased, implying other,
nonradiative decay routes for molecules (these could include SPPs or lossy waves).
2) The luminescence intensity measured at the end of the waveguide depends expo-
nentially on the distance r between the C30 area and the end of the stripe. Thus the
measured luminescence comes from the SPPs (for free space photons, one expects
the intensity to be proportional to 1/r2).
3) The luminescence spectrum at the end of the stripe resembles the emission spec-
trum of the C30 molecules. Thus the SPPs at the end of the waveguide originate
from the nonradiative decay of the C30 to SPPs.

Taken together, these results constitute a proof that C30 molecules can be cou-
pled to propagating SPP modes within the waveguide.

2.3.2 Molecular outcoupling of waveguided SPPs

In this section it is shown that the molecules can be used to couple waveguided
SPPs to photons. In particular, two different species of molecules are used to realize
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a full cycle of photon-SPP-photon conversion, in which the incoupling of the pho-
ton is separated by several micrometers from the location of outcoupling. Note that
in principle this was already done in previous section, in which the incoupling of
photons to SPPs was made by using C30 molecules and the elastic scattering out
of the waveguide was used to couple SPPs to photons. The important difference
here is that now also the SPP-photon conversion is realized by using molecules. In
this case, the outcoupled photon has a different energy than the SPP exciting the
molecule: Since the molecular absorption is usually strongly dependent on the en-
ergy of the excitation, this enables a energy (or frequency) dependent SPP-photon conver-
sion. In the view of plasmonic information technology, this sort of structure could be
used for selectively coupling out a certain frequency signal from the SPP waveguide,
while the other frequencies would continue their propagation as SPPs. Since organic
molecules have been specifically developed for various laser and spectroscopic ap-
plications for decades, there exists a wealth of options in terms of absorption and
emission wavelength, strength, as well as of vibrational relaxation properties. Thus
the approach provides flexibility for designing future plasmonic devices.

In Fig. 2.6a is shown an image of the waveguide structure. The excitation of
SPPs is made with a 405 nm laser in area 1, from where the SPPs propagate along the
waveguide, reach the area 2 in which the R6G molecules are excited by the SPP. The
R6G molecules relax to SPPs or to free space photons, with frequencies characteristic
to R6G. The reference areas 3 and 4 are not connected by the waveguide to the SPP
source and are used to rule out the possibility that the intensity from the R6G regions
originates from the stray light (backround light originating for example from the
reflections of the excitation laser or photon emission of the C30) in the setup. As can
be seen in Fig. 2.6 b, these areas have negligible intensity, which implies the stray
light is not playing a significant role in the excitation of the R6G areas. However, the
R6G area on top of the waveguide shows intensive luminescence, in particular at the
front and the back edge. Further, both ends of the waveguides show luminescence,
which is originating from the elastic scattering of the SPPs to photons.

While the above result implies that the luminescence from the region 2 is due
to SPPs, the actual excitation and the emission of R6G has to be verified by measur-
ing the spectral characteristics of the luminescence. For this, the sample structure
was modified from the previous one by introducing a second area of SU-8 on the
opposite end of the waveguide, but without R6G (area 3 in Fig. 2.7b). To rule out
the free space photon contribution to the measured luminescence, similar reference
areas (as the areas 3 and 4 in Fig. 2.6a) were fabricated (not shown in the figure),
and first the plasmon excitation and propagation was verified as previously (2.7a).
Further, the spectral characteristics of the luminescence from several areas was mea-
sured. By inspection of the spectra measured from the areas c, d and e (Fig. 2.7b) one
can verify the molecular outcoupling of SPPs. Consider first the area c (the edge of
SU-8 region), where the strongest luminescence signal can be observed at the back
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FIGURE 2.6 a) An image taken with a single scanner setup by scanning the sample
with the excitation light (488 nm) and simultaneously collecting data in two channels.
b) An image taken with a dual scanner setup where the C30 molecules are excited
with 405 nm (the red circle corresponds to the area of excitation) and emission with a
bandpass of 520-620 nm is collected with a second independent scanner. The contour
of the waveguide is overlaid with the intensity map for easy comparison. The inten-
sity profile along the blue dotted line, indicated in the figure, is shown on the right.
Adapted from the paper I of this thesis.

edge of the region with SU-8 resist (this region similar to the R6G region in the up-
per arm but without dye molecules). The spectrum of the signal is shown in the
inset c of Fig. 2.7b. The resemblance of the spectrum with the spectrum of C30 mea-
sured by a direct excitation (shown with a blue line) is evident. The emission shown
in the inset c originates from elastically scattered SPPs (the edge of the SU-8 layer
acts as a scattering center), which were excited by the C30 molecules. The insets d
and e of Fig. 2.7b are taken from the area 2 where the polymer matrix contains R6G
molecules. The strongest emission signal appears at the back edge of the rectangu-
lar R6G region but some intensity is also observed in the center. In both cases, the
spectrum is composed of the spectra of both C30 and R6G as can be seen by compar-
ison with the emission spectra obtained by direct excitation (R6G emission spectum
obtained by direct excitation is shown as red). The relative contribution of the R6G
is strongest in the spectra measured at the center of the R6G region, but at the edge
its contribution is also substantial.

In the center of the R6G (area d), the emission with the C30 spectrum could
originate from scattering of SPPs from the imperfections of the polymer area. The
remaining interesting questions are what are the mechanisms of the R6G excitation,
and R6G emission to the far field. On the right of Fig. 2.7a , the intensity profile
of the SPP waveguide is shown along the dashed blue line. Note that the intensity
peaks coincide with the discontinuities at the waveguide (the edges of the SU-8 and
waveguide). In particular, the center of the R6G region 2 shows significantly less
luminescence than the edges. This information can be used to draw conclusions on
which of the two competing processes in the R6G region, namely 1) R6G relaxation
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FIGURE 2.7 a) An image obtained by a dual scanner measurement where the excita-
tion was only on the C30 area in the middle and the collection was scanned over the
sample, verifying the SPP propagation along the waveguide. The C30 molecules were
located in the center of the waveguide (region 1 in b)), and the R6G molecules in the
upper arm (region 2 in b)). The SU-8 structure without dye molecules in the lower arm
served as a reference (region 3 in b)). The intensity profile along the blue dotted line
is shown on the right. b) The spectra measured at different regions under excitation
of the C30 with 405 nm laser are shown in the insets c)-e). The reference spectra of the
C30 (blue) and R6G (red) measured by direct excitation are shown for comparison. The
C30 spectra was observed far away from the excitation region, which is a signature of
the C30 excitation decay to SPPs. The spectra from the R6G area has characteristrics of
both C30 and R6G, which demonstrates a full cycle from photons to SPPs and back to
photons by using molecules. Adapted from the paper I of this thesis.

to photons and 2) R6G relaxation to SPPs, is dominant. If R6G would decay mainly
to photons, one would expect the center region to have comparable intensity with
the edges. Hovever, as the majority of the R6G intensity is concentrated at the edge
of the SU8 region, it is reasonable to assume that most of the excited R6G molecules
decay back to SPPs, which are then elastically scattered to photons from the SU-8
edge. Further, the discussion in section 1.3 implies that the molecules excited by the
SPPs are also more likely to decay to SPPs than to photons.

The presented results show that the initial excitation by 405 nm light is cou-
pled to the SPPs via C30 molecules, after which SPPs propagate approximately 10
micrometers and excite the R6G molecules, which then emit either 1) photons or
2) more likely SPPs that are consequently elastically scattered to photons. Thus, a
full cycle of molecular photon-SPP-photon coupling, with spatially separated in and
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outcoupling locations, is demonstrated.

2.4 Molecular frequency conversion of SPPs

In this section we show that molecules can be used to realize a frequency down-
conversion of SPPs. The realization utilizes the vibrational relaxation of organic
molecules, which carries away the excess energy related to downconversion. The
schematics of the converter is presented in Fig. 2.8.

FIGURE 2.8 The schematic presentation of the frequency conversion. The C30
molecules are excited by 405 nm laser excitation, which, by relaxation, emit SPPs into
the waveguide with frequency ν which is characteristic to C30 emission. The SPPs
propagate along the waveguide and consequently enter the area where the waveguide
is covered by the R6G molecules. The R6G molecules are excited from S0 to S1 state by
the SPPs. The excitation then relaxes to the bottom of the S1 band by vibrational relax-
ation. The transition back to S0 state is accompanied by the emission of SPP, but now
with different frequency ν ′ which is characteristic to the R6G emission. The detection
of SPPs with the new frequency is made by measuring the luminescence spectrum at
the end of the waveguide. Here, the elastic scattering of the SPPs to photons is uti-
lized, which does not change the SPP frequency. Also experiments with another SPP
source and converter molecules were made. In this case the SPP source consisted of
semiconductor nanocrystals (quantum dots, QDs) and the converter molecules were
Sulforhodamine 101 (SR101). Adapted with permission from the paper II of this thesis.
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Note that since the SPPs are strongly polarized, the coupling between SPPs
and molecules depends on the orientation of the molecular dipole moment. Conse-
quently, it is reasonable to assume that the molecules that are excited by SPPs, are
more likely to relax to SPPs than to photons. Also the results in the previous section
implied that the R6G molecules relax to SPPs which consequently scatter elastically
to photons. However, to confirm the SPP emission of R6G, particular care has to be
taken to rule out the other possible processes that could result to the presence of R6G
luminescence spectrum at the end of the waveguide. These processes are presented
in detail in Fig. 2.9.

FIGURE 2.9 The possible processes that could contribute to the R6G luminescence
spectrum at the end of the waveguide. The SPP source is presented in blue and the
conversion molecules as red. The conversion signal is measured at the end of the
waveguide. The processes 2, 3 and 4 that include photon contributions, can be distin-
guished from the process 1 (the actual SPP frequency conversion) by utilizing specially
designed reference points on the sample.

The processes 2, 3 and 4 include photon contributions, and may contribute to
the luminescence spectrum measured at the end of the waveguide. These processes
can be distinguished from the actual SPP frequency conversion (process 1) by de-
signing reference points on the sample that allow one to quantify their contribution
to overall luminescence spectrum. In Fig. 2.10a is shown the sample structure along
with the used reference points. The point A is used to measure the frequency con-
version, whereas B, and D are used to rule out the other processes. The point E and
C are used to quantify the incident SPP intensity at the distance where the R6G re-
gion begins (i.e., the SPP intensity incident to the conversion region). Note that the
sample is designed in such a way that the points A, B and D (and the points C, E
and the front edges of the R6G region) are within the same distance from the SPP
source. Since the SPPs propagate to all directions from the source, these points al-
low to quantify the relative contribution of the different processes. As can be seen
from Fig. 2.10b , the point D does not exhibit any luminescence, which rules out the
contribution of the processes 3 and 4 to the luminescence at the point A. Further, the
point B can be used to quantify the contribution of the process 2 at the point A. The
spectra measured at the point A and B are shown in Fig. 2.11a, along with the C30
and R6G spectra measured by direct excitation of the molecular films.
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FIGURE 2.10 a) The sample structure used to verify the SPP frequency conversion.
The luminescence spectra are measured at the points A, B, C, D and E to distinguish
the process 1 from the processes 2, 3 and 4 and to quantify the conversion efficiency.
b) A dual scanner confocal microscope image of the experiment where the SPPs are
excited. Adapted with permission from the paper II of this thesis.

In Fig. 2.11b, the spectrum of the point B is subtracted from the spectrum of
the point A, which gives an estimate of the overall frequency conversion efficiency
of the structure, yielding approximately 50%. Note that also the point B can con-
tain luminescence intensity from the SPPs that are first converted to R6G frequency,
but are then elastically scattered to photons from the end of the waveguide. Part of
these photons can be reflected via the point B to the photodetector, thus contribut-
ing to the overall intensity measure at the point B. Thus the presented analysis for
conversion efficiency is not precise, but rather a minimum estimated value for the
conversion. The points E and C can be used to estimate the incident SPP intensity at
the front edge of the R6G region, by subtracting the spectrum of the point C (photon
contribution) from the spectrum of the point E. By comparing this intensity to the
SPP intensity at the point A yields an approximate efficiency of 5% for the device.
This low efficiency comes from the high scattering intensity at the edges of the SU-8.

Frequency conversion was also tested for samples that consisted of quantum
dots as the SPP source and Sulforhodamine 101 (SR101) dye as a converter. QDs
are more stable with respect to bleaching. The bleaching time of QDs was observed
to be over an order of magnitude longer than that of C30. The QDs (Invitrogen,
Qdot 565 ITK amino) and SR101 have the emission maxima at 550 nm and 600 nm,
respectively. Similar analysis as above yielded 15% conversion (see Fig. 2.12). The
lower conversion efficiency is probably due to the smaller overlap between the QD
emission and the SR101 absorption. Semiconducting quantum dots could have in-
teresting applications in plasmonics. Due to the broad absorption of QD, one could
think about building plasmonic device that would convert of a large band into a sin-
gle frequency. This is complementary to molecules that typically convert one narrow
band into another.
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FIGURE 2.11 a) The spectra measured at the point A and B along with the C30 and
R6G luminescence spectra measured by direct excitation of the molecular films. b) The
spectrum of point B subtracted from the spectrum of point A, giving an estimate of the
overall frequency conversion efficiency. Adapted with permission from the paper II of
this thesis.

FIGURE 2.12 Frequency conversion for QD-SR101 pair. SPP spectrum of the point
A (black circles), i.e., the luminescence spectrum of the point B subtracted from the
spectrum of the point A. The red line is a fit to the data as a sum of two Gaussian
peaks (green dotted lines) corresponding to the emissions of QD (565 nm) and SR101
(600 nm). Blue dotted and red dashed lines are the emissions of pure QD and SR101,
respectively. Inset shows the spectra recorded from A (black solid) and B (red dashed).
Adapted with permission from the paper II of this thesis.
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Chapter 3

SPP-molecule interactions in the
strong coupling regime

3.1 Rabi split and oscillations

According to the Fermi’s Golden Rule, the rate of spontaneous emission is propor-
tional to the optical density of states at the spatial position of the emitter. Thus,
any modification in the optical environment of the emitter is bound to affect its
optical properties. In particular, the radiative lifetime can either be extended or re-
duced with respect to its lifetime in vacuum [35]. This phenomenon is also known
as Purcell effect and is irreversible; the energy of the photon cannot be transferred
back to the emitter [64]. This regime is also referred to as weak coupling regime.
In contrast, if the coupling between the photon and the emitter is strong enough, a
quasi-lossless strong coupling regime is achieved, in which the energy oscillates co-
herently between the emitter and the photon, leading to so-called Rabi-oscillations.
The resultant system can no longer be described by the uncoupled photon and the
emitter, but rather as a superposition of the two. The coupled system energies are
modified from the uncoupled case and exhibit an energy gap at a resonance energy,
manifested as an anticrossing of the dispersions (also known as Rabi splitting).

While the majority of the recent studies of strong coupling have been made
in organic and inorganic microcavities, many of the phenomena in SPP-molecule
systems are analogous to these, allowing us to adopt experimental methods and
gain qualitative insight by comparing the two systems. Often it is enough to simply
replace the cavity photon field by the SPP field. Following a treatment used in [5],
in a picture of coupled oscillators the energies of the strongly coupled modes at
resonance are given by

E = E0 − i(γSPP + γX)/4±
√
g2 − (γSPP − γX)2/16. (3.1)

Here E0 is both the energy of the SPP and of the molecular transition at resonance,
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γSPP and γX are the full width at half maximum linewidths of the SPP and the
exciton, respectively, and g is the SPP-exciton coupling strength which depends on
the effective oscillator strength f of the exciton and the mode volume Vm as

g ∝
√
f/Vm. (3.2)

Without the damping terms γSPP and γX , the equation 3.1 is obtained by find-
ing the system eigen-energies simply by diagonalizing the Hamiltonian at resonance

H =

[
E0 g

g E0

]
. (3.3)

Including damping (the widths γSPP and γX) into the calculation is more compli-
cated and we refer to [5]. The complex energy in 3.1 describes simple exponential
damping of the wave function of the system: exp(−iEt) will now include the damp-
ing term exp(−(γSPP + γX)t) . Note that in addition to this, the damping also affects
the Rabi splitting, which is the difference of the new eigen-energies

∆ = 2
√
g2 − (γSPP − γX)2/16. (3.4)

In case of organic semiconductor dye molecules, the oscillator strength can be
conveniently controlled by a dye concentration. Note also that the inverse of γSPP

essentially gives the SPP lifetime through the energy-time uncertainty principle, and
that this lifetime can be affected through dissipation: By increasing the SPP dissipa-
tion, one increases γSPP and decreases the corresponding lifetime.

3.2 Previous work

Although coherent light-matter interaction has been a topic for intense research in
atomic physics communities for decades, the broad attention for such phenomena in
the solid state community was caught quite recently. The first observation of strong
coupling in inorganic microcavities was reported by Weisbuch et al. in 1992 [78] for
GaAs quantum wells positioned between two distributed Bragg reflectors (DBR),
showing a few meV Rabi split at 5-77 K temperatures. The rather small value of
splitting comes from the inorganic cavity oscillator strength, which in this case was
f = 4× 1012 cm−2.

Lidzey et al. demonstrated the first strong coupling experiments at room tem-
perature for organic microcavities having a DBR and a silver surface as mirrors [52].
Although large oscillator strengths are a characteristic feature of organic semicon-
ductors, the authors identified two major obstacles for achieving strong coupling in
these materials. The large exciton linewidths that result from the inhomogeneous
broadening and the presence of a vibronic progression make the strong coupling
difficult to observe. To overcome the problem, they used tetra-(2,6-t-butyl)phenol-
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porphyrin zinc molecules having a particularly narrow absorption linewidth. The
splitting of 160 meV at room temperature, which was an order of magnitude higher
than the largest splitting reported for inorganic microcavities, was attributed to
the large oscillator strength f = 2 × 1015 cm−2 of the molecular film. Later, the
same group demonstrated strong coupling for a different class of molecules as well,
namely J-aggregates [53].

Bellessa et al. demonstrated Rabi splitting for SPPs and J-aggregates positioned
on top of the metal surface supporting SPPs [9]. Interestingly, no cavity is needed
for observing the strong coupling between the SPPs and J-aggregates. This is due to
the intrinsic field enhancement of the SPP near the metal surface. This may prove
useful from the application point of view, since in the case of SPPs, the structure is
very easy to fabricate. Further, it would be interesting to know whether the possible
SPP excitation onto the silver surface used in the microcavity experiments had any
effect on the observed results. Hobson et al. [34] studied silver-DBR and silver-silver
microcavities, and showed that by replacing the DBR by a layer of silver, the splitting
increased. However, this effect was attributed to the decreased mode volume rather
than to SPPs.

3.3 Strong coupling between Rhodamine 6G and SPPs

3.3.1 Experimental setup

The samples consisted of a thin layer of silver (50 nm, electron-beam evaporated in
ultra high vacuum) on a glass substrate. R6G in four different concentrations was
diluted in SU-8 negative resist (Microchem SU-8 2000 series), and then spun cast
on top of the silver layer to form approximately 50 nm thick layers. Also reference
samples without silver layer were fabricated.

In Fig. 3.1 is shown the schematics of the measurement setup. For excitation of
SPPs, a white light source and a hemicylindrical prism in Kretschmann configura-
tion was used (see Fig. 3.1 a). The white light was collimated and aligned by using
two adjustable slits. The polarization of the incoming light was adjusted by a rotat-
able polarizer. Since only the p-polarized light couples to SPPs [81], the possibility
to use also s-polarization provides a useful reference when studying the SPP related
effects in such configuration. The incident angle of the incoming light was adjusted
by a rotatable prism mount. The in-plane wavevector (i.e., the component that is
parallel to the sample surface) of the incoming light on a given frequency can be
tuned with the incident angle α. The incoming light couples to SPPs on a Ag/R6G
interface, when the SPP wavevector equals the in-plane wavevector of the incident
light, i.e.,

kSPP =
ω

c

√
εsubstrate sinα, (3.5)
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where ω is the angular frequency of the light (and the incoupled SPP), c the speed
of light and εsubstrate the dielectric constant of the substrate and the prism.

The incoupled energies are shown as dips in the reflected light spectrum, see
Fig. 3.1 b, detection 1 (DM1). Thus by measuring the dips in spectra for a range
of angles, one is able to map out the dispersion curve for the incoupled energies of
the system. This well established method for measuring the dispersion was first
introduced in [37].

FIGURE 3.1 The measurement setup. a) A white light source and a hemicylindrical
prism in Kretschmann configuration was used to excite SPPs. The white light was col-
limated and aligned by using two adjustable slits. The polarization and the incoming
angle of the excitation light was adjusted by a rotatable polarizer and a rotatable prism
mount, respectively. b) Two different detection methods, detection 1 (DM1) and detec-
tion 2 (DM2), were used to analyze the samples. The part b) adapted with permission
from the paper III of this thesis.

In addition to the DM1, we use another method (detection 2, DM2) to measure
the spectra from the molecule side of the sample. Due to the SPP sensitivity to in-
terface conditions, they are easily scattered to photons from corrugations in a silver
surface or impurities in the molecular film and are thus visible in DM2. The method
is complementary to DM1 in a sense that it measures the energies of the modes that
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are coupled out of the system by scattering processes. Later we will show that DM2 in
conjunction with DM1 provides us information of the time evolution of the studied
system. Note that DM2 has not been used in the previous studies of SPP-organic
molecule systems.

In Fig. 3.2 are shown the dispersions measured with both DM1 and DM2 from
a sample having only a silver thin film deposited onto the glass substrate. The over-
lap of the two dispersions verifies that DM2 indeed detects the initially incoupled
modes that are consequently scattered to photons. Further, the possible wavelength
dependency of the SPP scattering to photons does not significantly alter the disper-
sions. The slight variation of the two curves on high energies might originate from
the SPP losses that are energy dependent: The DM2 measures the SPP modes that
have been interacting longer with the system (as compared to DM1) and are thus
subject to increased losses; since the SPP losses increase with increasing energy, the
measured spectra in DM2 might exhibit a red shift, which in turn shows up as lower
energy in the dispersion.

FIGURE 3.2 The dispersion relations measured with both DM1 (black) and DM2 (red)
from a sample having only a silver thin film.

3.3.2 Observation of strong coupling and vacuum Rabi splitting;
Detection 1

In Fig. 3.3 are shown the measured dispersions with DM1 for thin film silver/R6G
samples having four different R6G concentrations (4, 25, 50 and 200 mM) together
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with the measured absorption of R6G from the 200 mM reference sample having no
silver. For all the samples, the R6G layer was approximately 50 nm thick. As can be
seen, the R6G absorption has a maximum and a "shoulder". To deduce the energies
of the absorption maximum and the shoulder, two gaussian curves were fitted into
the absorption curve. The center points of these two gaussians are plotted as gray
horizontal lines.

FIGURE 3.3 The dispersions measured with DM1 for samples having different R6G
concentrarions: 4 mM (solid black circles), 25 mM (empty black circles), 50 mM (empty
red circles) and 200 mM (solid red circles). The solid red curve is the measured ab-
sorbance of the 200 mM SU-8/R6G film, and solid grey lines are the absorption max-
imum and absorption shoulder energies. The inset shows the low energy split as a
function of (absorbance)1/2 with a linear fit. Adopted with permission from the paper
III of this thesis.

For the lowest 4 mM concentration, the dispersion resembles that of the theo-
retically calculated SPP in an Ag/SU-8/air structure. By increasing the R6G concen-
tration to 25 mM, a split appears to the dispersion at the energy corresponding to
the absorption maximum of the R6G. This anticrossing behaviour of the dispersion
is a manifestation of the strong coupling: There is no mode at the resonance energy
E0 of the uncoupled modes, see Eq. 3.1. This also means that there is no absorption
at the energy corresponding to the R6G absorption maximum. By further increas-
ing the concentration of the R6G to 50 mM, the split widens. Furthermore, when
the concentration is increased to 200 mM, the split again widens, and a second split
appears to the dispersion at the energy corresponding to the absorption shoulder.

Let us first discuss the effect of concentration to the amount of splitting. Eqs.
3.1 and 3.2 show that the energy splitting should scale with the square root of oscil-
lator strength. In our case, it is the molecules that oscillate within the electric field

42



of the SPP. The higher the number of molecules, the bigger is the splitting. This
provides a convenient way to control the strong coupling characteristics in organic
semiconductor materials. In the inset of Fig. 3.3 is shown the lower energy splitting
for the above samples as a function of the square root of absorbance measured from
the reference sample having no silver. In agreement with the theory [70], the linear
dependency is evident. The observation of Rabi splitting dependency on R6G con-
centration has the following implication. The molecules are interacting with the SPP
coherently, that is, the SPP induced polarization of each molecule is in phase with the
neighbouring molecules. The ensemble of molecules thus acts as if there was a one
single, high strength oscillator.

In general, Rabi splitting in semiconductor cavities can be divided into two
categories depending on whether the energy split varies with excitation light inten-
sity or not. The first case is related to high excitation intensities so that the average
photon number in a cavity at each instant well above one. Thus each photon enter-
ing the cavity increases the total electric field, resulting in a stronger light-matter
coupling and increased splitting. In the second case, the excitation intensity is very
low such that the average photon number in a cavity is �1. In this case (the so-
called vacuum field Rabi splitting (VRS)), the cavity is empty of photons or holds
only one photon. Consequently, the coherent interaction takes place between only
one photon and the molecular ensemble and the power variation of the excitation
light does not increase the splitting energy due to quantization of the light field.

In our experiments the excitation light intensity was varied between 0.17-13
W/m2 (power measured over the visible range), with no detectable effect on the
dispersion, which implies that our experiments are made in the vacuum Rabi split-
ting regime. Note that such independence of the split energy on intensity necessar-
ily implies either 1) the quantization of the field used to excite the system, or 2) the
quantization of the field of the system itself, or 3) both. This is because in the case of
classical electromagnetic field, the electric field intensity and the Rabi splitting of the
system should scale with the excitation intensity even in the low intensity regime.
Further, this is so-called many-atom vacuum Rabi splitting, since there are several
molecules contributing to the overall oscillator strength, but only one photon.

3.3.3 The effect of the interaction time; Detection 2

The same samples were measured with DM2 as well, yielding the dispersions shown
in Fig. 3.4. For the DM2, we expect that the signal comes from the scattered strongly
coupled modes of the system. While the dispersions with DM2 resemble those of
DM1, there are deviations that require further explanation. DM2 shows an addi-
tional emission branch nearly independent of the in-plane k vector at around 2.17
eV, for the 25 and 50 mM samples. According to the measurements of a reference
sample having R6G film but no silver, this branch could be identified as the sponta-
neous, non-coupled, emission maximum of R6G. This behaviour is reported also for
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J-aggregates [9,34]. More importantly, for each sample DM2 shows a larger splitting
if compared to DM1. Particularly distinctive is the difference for the 50 mM sam-
ple, in which the upper energy splitting in not visible at all for DM1, but shows up
when using DM2 (this also applies for the lower energy split in 4 mM sample). Note
that the excitation (incoupling) of the system is exactly the same for both detection
methods. Thus the difference between the two must originate from the events tak-
ing place after the incoupling. Therefore, by utilizing DM2 in conjunction with DM1,
one gains information of the system dynamics.

FIGURE 3.4 The dispersions measured with DM2 for samples having different R6G
concentrations: 4 mM (solid black circles), 25 mM (empty black circles), 50 mM (empty
red circles) and 200 mM (solid red circles). The solid red curve is a measured ab-
sorbance of the 200 mM SU- 8/R6G film, and solid grey lines are the absorption max-
imum and absorption shoulder energies. The inset shows the high energy split as a
function of (absorbance)1/2 with a linear fit. Adopted with permission from the paper
III of this thesis.

To gain better insight to the differences between the two detection methods,
one needs to examine the details of the in- and outcoupling of the hybrid modes. In
Fig. 3.5 is shown a schematic of the system under study. The incoupling is via near-
field component of the incident photon: the timescale of the event cannot exceed
the time the photon spends in the immediate vicinity of the surface. After this time,
there is no possibility for the strongly coupled system to affect the signal measured
by DM1.

In contrast, for DM2, the interaction time of SPPs with the molecular film is
only limited by the dissipation or scattering of the SPPs. In addition to above, some-
what geometrical consideration, the analogies found in microcavities further justify
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the assumption that the interaction time indeed plays a role in our system as well.
The Rabi splitting in microcavities can be controlled by adjusting the Q-factor, since
it essentially defines the lifetime of the cavity photon, that is, the interaction time
between the photon and the optically active material within the cavity [65].

FIGURE 3.5 The difference between DM1 and DM2 comes from the differences in the
interaction times. In DM1, the incident photon interacts with the system via its near-
field component, and thus the interaction time is limited to the time the photon spends
in the immediate vicinity of the silver surface. In DM2, however, the interaction time
is limited only by the scattering (or dissipation) of the SPP mode.

Since the scattering centers are randomly distributed over the sample, the prop-
agation length (and the interaction time) of the polariton prior to the scattering is
random as well. Thus, in thin film samples, as studied by DM1 and DM2, the inter-
action time cannot be precisely controlled, but rather has some distribution which
depends on the defect density of our samples. Since the interaction time plays a
central role in strong coupling dynamics, it is of interest to gain control over such a
parameter.

For this purpose, we introduced a completely different technique to study the
SPP-molecule strong coupling: we fabricated waveguide samples with well defined
R6G molecular areas at chosen places; the R6G area length was easily controlled by
standard e-beam lithography methods. In these samples, the SPP is launched to the
waveguide at place spatially separated from the R6G interaction area. The SPP then
propagates to the R6G area. Now the SPP-molecule interaction starts at the front end
of the R6G/polymer area (this is to some extent analogous to the incoupling event
in DM1 and DM2), and the outcoupling into radiation to be detected takes place in
the back end (due to polariton scattering from the R6G/polymer edge). By varying
the length of the R6G area, the propagation distance of the hybrid polariton (and
thus the interaction time between R6G and SPP), could be adjusted.
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In Fig. 3.6 is shown a schematic of such a technique. Note that the defect den-
sity does not anymore define the interaction time, since by local spectral measure-
ments we are able to analyse only the modes that are propagated to the very end
of the R6G area. Thus, by this method one can conveniently remove the undesired
randomness from the interaction time present in the thin film samples. Since the in-
teraction time is now determined by the mode propagation speed and the length of
the R6G region, we can make an estimate of how precisely this interaction time can
be controlled. The length of the R6G area can be controlled by standard lithography
methods within 10 nm accuracy. Approximating the mode propagates at half the
speed of light (see the slope of the dispersions), one gets the minimum resolution
for the control of interaction time ∆tinteraction = 0.06 fs, well below 10 fs timescales
that are relevant to SPP dephasing [55].

FIGURE 3.6 The interaction time can be controlled by introducing a waveguide sam-
ple with well controlled R6G area of length d. Note that the modes that are scattered
due to a defect in the waveguide do not contibute to the spectra since they are mea-
sured locally from the very end of the R6G region. Thus the defect density of the
sample does not affect the interaction time for the recorded photons.

The measurement setup poses some restrictions to the length of the R6G re-
gion: If the region is very short (say, below 500 nm in length) the SPP scattering in
the front end might contribute to the measured spectra from the backend due to fi-
nite (diffraction limited) size of the detection spot. Further, if the R6G area exceeds
a certain length (10 µm), the signal at the backend starts to be very small due to the
SPP losses. In future, this problem could be partially circumvented by introducing
a higher power and nonbleaching source which would allow for higher intensities
and signal averaging times.

Consequently, the concentration for R6G was chosen in such a way that within
the limits of the possible R6G lengths, as wide range of strong coupling phenomena
as possible, could be covered. We fabricated samples with three different lengths
of R6G, 1 µm, 2 µm and 5 µm. As the SPP source we used Coumarine 30 (C30)
molecules (embedded in SU-8) deposited on top of the waveguide in a location sep-
arated a few microns from the R6G area. The C30 molecules, having an emission
maximum around 2.55 eV, were excited with a 405 nm laser. The fabrication of such
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waveguide samples as well as details of the experiment are described in chapter 2.
The spectra measured from such samples together with the dispersions measured
from the thin film samples (DM2) with different concentrations of R6G are shown
in Fig. 3.7.

According to the measurements of a reference sample
having R6G film but no silver, this branch could be iden-
tified as the spontaneous, noncoupled, emission maximum
of R6G, reported also for J aggregates [5,18]. The more
significant difference in the dispersions is that the DM2
shows an increased energy splitting as compared to DM1,
e.g., 230 and 110 meV for the 200 mM sample. Particu-
larly distinctive is the difference for the 4 and 50 mM
samples, in which the low or high energy splitting, respec-
tively, is apparent only for DM2 [see Figs. 2(a) and 2(b)
and for clearer comparison Fig. 4 with theoretical fits
included].

Although the maximum VRS is proportional to A
ffiffiffiffiffiffiffiffiffiffi

N=V
p

,
where A contains the transition dipole moment, N is the
number of oscillators and V the mode volume, dynamics
such as decay and decoherence may decrease the Rabi
splitting [23]. For instance, in case of cavities, the VRS

is 2
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi

g2 � ð�C � �XÞ2=16
p

, where g is a coupling constant
and �C (�X) is the cavity (exciton) decay rate [24,25]. The
widths of the modes are given by ð�C þ �XÞ=2. A simple
interpretation of the observed larger splitting in DM2 can
be suggested using this analogy. In our case, the incoupling
is via near-field component of the incident photon: the time
scale of the event equals the time the photon spends in the
immediate vicinity of the surface. In other words, inter-
preting the dip in the reflection as destructive interference
between the reflected light and SPP, the SPP excited by a
photon can have propagated only of the order of the
wavelength to interfere with the reflected component of
the same incident photon (incoherent source). After this
time, there is no possibility for the strongly coupled system
to affect the signal measured by DM1. In this way, we
enforce in DM1 a fast decay, i.e., a small effective inter-
action time. In contrast, for DM2, the interaction time of
SPPs with the molecular film is only limited by the decay
or scattering of SPPs; DM2 monitors also SPPs that have
propagated of the order of the SPP coherence length. The
longer path length in case of DM2 is like the larger number
of round trips a photon makes in a higher Q cavity.

The above reasoning was tested by fabricating plas-
monic silver waveguides where SPPs are launched at a
certain location and, after propagating micrometers, go
through an interaction area of R6G molecules in an SU-8
matrix on top of the waveguide. The emitted light at the
end of the interaction area was collected by a 100� air
objective (numerical aperture of 0.95) focused on the very
end of the interaction area, and a spectrum was recorded by
scanning the spectral region in 3 nm steps (for more details,
see Refs. [10,11]). The launched SPPs have a broad spec-
trum peaked at 2.55 eV, overlapping with the studied R6G
transitions. For the fabrication and measurements of such
structures see our previous publications [10,11]. By limit-
ing the length of the interaction area, we wanted to enforce
a faster effective decay than given by the natural coherence
times or lengths of the system, and thus effectively control
the interaction time between R6G and SPP. One may

assume the SPP coherence length to be similar to the
propagation length of SPP [26] (5 �m in our case [10]):
we studied samples with the interaction area lengths of 1,
2, and 5 �m. As seen in Fig. 3, for the shortest area, only a
broad peak around the R6G absorption and emission is
visible (2.25 eV) [27]. The other peak (2.55 eV) is just due
to the incoming noncoupled SPPs. For the 2 �m sample, a
clear splitting is seen around the main absorption, and the
peaks are narrowed from the 1 �m case. For 5 �m, also
the second split at the absorption shoulder appears.
Moreover, there is an additional feature possibly related
to the R6G emission around 2.17 eV, indicating that also
this transition is approaching the strong-coupling regime. It
was carefully checked that the peaks are not due to Fabry-
Perot—type resonances related to vertical or horizontal
dimensions of the interaction area. Apart by the interaction
area length, we increased the SPP-matter interaction by
fabricating a layer of silver on top of the interaction area,
thereby decreasing the mode volume and blocking the
decay into radiative modes. With such a sample, the
strong-coupling features become very prominent.
It should be noted that the high molecular concentration

of our samples together with the tendency of R6G to form
aggregates, particularly dimers [28,29], implies that dimers
may contribute to the obtained dispersions and spectra.
However, we believe that the main contribution to both
splittings comes from monomers (see supplementary in-
formation for the discussion [30]).

Spectral intensity (a.u.)

SPP
detection

Ag
SU-8-R6G

0.8 1.0 1.2 1.4 1.6 1.8

2.0

2.2

2.4

2.6

k (10 m )7 -1

E
(e

V
)

FIG. 3 (color online). 4The emission spectra measured from the
waveguide samples having different lengths of R6G deposited on
top of a waveguide (see the inset schematic), along with the
dispersion curves of the thin film samples measured with DM2.
The red, green, and black (or dark gray, gray, and black) spectra
correspond to samples having 1, 2, and 5 �m lengths of R6G,
respectively. The spectrum with empty black circles is measured
from a waveguide sample having a 5 �m R6G area as well, but
with a layer of silver deposited on top of this area (as in the
schematic). In the dispersions red, green, and black (or dark gray,
gray, and black) correspond to 4, 25, and 50 mM samples,
respectively. The same color is used for pointing out the cases
when the dips in the spectra and the splits in the dispersions
appear at the same energies. The black horizontal line is the
measured R6G emission and the gray lines absorption maximum
and absorption shoulder energies.
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FIGURE 3.7 The luminescence spectra measured from the waveguide samples hav-
ing different lengths of R6G deposited on top of a waveguide (see the inset schematic),
along with the dispersion curves of the thin film samples measured with DM2. For a
short 1 µm R6G area (red curve), the spectrum has two peaks that can be identified
to be the C30 (2.55 eV) and R6G (2.25 eV) emissions (compare with the 4 mM disper-
sion curve (red) having a very small split). For the 2 µm sample (green), a clear dip
in the luminescence spectrum is seen around the main absorption of R6G (2.29 eV)
which coincides in energy with the split in the dispersion curve of the 25 mM sample
(green). For 5 µm sample (black), also the second split at the absorption shoulder en-
ergy appears to the luminescence spectrum (compare with the dispersion curve of 50
mM sample having two splits (black)). The spectrum plotted in black empty circles is
measured from a waveguide sample having a 5 µm R6G area as well, but with a layer
of silver deposited on top this area (as in the schematic). Note that the same color is
used for pointing out the cases when the dips in the spectra and the splits in the dis-
persions appear at the same energies. The black horizontal line is the measured R6G
emission and the gray lines absorption maximum and absorption shoulder energies.
Adopted with permission from the paper III of this thesis.

For the 1 µm sample, the luminescence spectrum shows only two peaks, one
at around 2.55 eV and the other at 2.25 eV. These peaks can be identified to be the
C30 and the R6G spontaneous emission peaks, respectively. The result is similar to
the one shown in the previous chapter of this thesis. Here, the C30 originated SPPs
enter the R6G region, part of them excite the R6G molecules, which by spontaneous
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emission emit another SPP with another frequency. These SPPs are scattered to pho-
tons from the end of the R6G region, yielding a spectrum having two peaks that
correspond to R6G and C30 emission maxima. Since the luminescence spectrum of
the waveguide sample shows normal spontaneous emission from the R6G, we ex-
pect that the SPP-R6G interaction is in the weak coupling regime. By comparing this
spectrum with the 4 mM thin film sample dispersion, having a very small or no
split, we can draw analogies between the two results; In thin film samples the low
R6G concentration (low number of oscillators), is not sufficient to result in strong
coupling between R6G and SPP. Similarly, the short R6G area in waveguide sam-
ples yield a short interaction time between the SPP and the molecules, resulting in
spectral features characteristic for weak coupling regime.

By increasing the R6G area length to 2 µm, a dip appears in the luminescence
spetrum at around 2.3 eV. This effect is comparable to the Rabi split at the same
energy present in thin film samples when the concentration is increased to 25 mM.
Note that in thin film samples the angle resolved reflection spectroscopy allows the
mapping of k-vector dependent energies of the system. In contrast, for waveguide
samples, there is a broad SPP k-vector distribution (originating from C30) incident to
the acceptor area. Consequently, the measured luminescence spectrum does not give
access to the k-vector dependencies of the system energies. Rather, the signature of
Rabi split in the luminescence spectrum is seen as a dip at the split energy.

By further increasing the R6G area length to 5 µm, a second dip appears in the
luminescence spectrum at around 2.45 eV. This dip corresponds to the second Rabi
split in the dispersion for the 50 mM sample originating from the R6G absorption
shoulder. Apart from the interaction area length, we increased the SPP-matter in-
teraction by also fabricating a layer of silver on top of the interaction area, thereby
blocking the decay into radiative modes. With such a sample, the strong coupling
features become very prominent (see the spectrum plotted as empty black circles in
Fig. 3.7)

Recently, another method for ultra-fast control over the strong coupling was
introduced, in which a three level system and a femtosecond control pulse was
used [29]. The authors reported strong coupling control in sub-Rabi cycle timescales,
gaining access to a class of extremely nonadiabatic phenomena. Their method forms
a promising new platform to study novel sub-cycle QED effects. It would be of in-
terest to consider the possible analogies between their method and the waveguide
based method reported here. Certainly the active control of strong coupling over
such timescales is extremely appealing. However, our waveguide-based method
provides extremely simple method for similar control, and potentially in much shorter
timescales (10 fs control pulse in [29] vs. 0.06 fs control over the interaction time in
our case).

It is interesting and somewhat counterintuitive to note that although only two
species of molecules are present, the luminescence spectra for 2 µm and 5 µm sam-
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ples exhibit several peaks, having virtually no resemblance to the normal emission
spectra of either of the molecules. The above experiments verify that one can tune
the strong coupling characteristics of the SPP-R6G system by simple means of star-
dard electron beam lithography. From the application point of view it is notable that
both the resist used, and the relevant dimensions of the system are directly applica-
ble to photolithoraphy based fabrication of such structures.

3.3.4 SPP mediated hybridization of the molecular excitations

Then let us discuss the second split in the dispersions. Lidzey et al. reported similar
behaviour for semiconductor microcavities, in which two different semiconductor
dyes were positioned into the cavity [51]. The dyes were spatially separated to rule
out the dipole-dipole interaction. The resulting dispersion exhibited two anticross-
ings at the energies corresponding to the absorption maxima of the two dyes. The
center branch thus was a superposition (hybrid) of the three uncoupled eigenstates
(cavity photon and the two excitons). The authors concluded that it was the cav-
ity photon that induced the hybrization of the two spatially separated excitons. The
maximum energy separation between the two excitons under which hybridization
can occur is limited by their interaction strength with the cavity photon. Wainstain
et al. [77] showed a hybridization of the two GaAlAs/GaAs quantum well exciton
states that were separated by 4 meV, whereas Lidzey et al. demonstrated a hybridiza-
tion with 60 meV separation in organic microcavities.

A similar case has also been reported for optical microcavity by Holmes et
al. [36], in which a cavity photon exhibited a hybridization with the two transitions
of one single material (polycrystalline organic 3,4,7,8 napthalenetetracarboxylic di-
anhydride (NTCDA) film) with energy separation of approximately 200 meV. The
authors concluded that this was possible due to the narrow and intense spectral lines
characteristric to their material. For the first time, we present a case in which the hy-
bridization of the excitons is mediated by the SPP rather than the cavity photon,
with the energy separation of the excitons being substantial 160 meV. Interestingly,
our observation is very similar to one of Holmes et al., even when for R6G the two
transitions are very broad. Note that in both cases the two exciton states are present
in one molecule, and thus we cannot talk about spatially separated excitons.

For the analysis, a coupled oscillator model was used. In the basis of the un-
coupled eigenstates of SPP, R6G absorption maximum and absorption shoulder
(|SPP (k)〉, |Ex1〉 and |Ex2〉), the Schrödinger’s equation of the system can be writ-
ten as ESPP (k) V1 V2

V1 EEx1 0

V2 0 EEx2

αβ
γ

 = ε

αβ
γ

 (3.6)
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where ESPP (k), EEx1 and EEx2 are the energies of the uncoupled SPP, R6G absorp-
tion maximum and shoulder, respectively. V1 (V2) is the coupling strength between
SPP and R6G absorption maximum (shoulder). The strongly coupled modes can be
described by a superposition of the uncoupled states with coefficients α, β and γ for
SPP and R6G absorption maximum and shoulder respectively. The energies of the
strongly coupled system are then obtained by diagonalization of the above Hamil-
tonian.

The relative weights (|α|2, |β|2 and |γ|2) of the center branch for 200 mM and
50 mM concentration samples were deduced, see Fig. 3.8. We first deduced the dis-
persions of the uncoupled modes by calculating a theoretical SPP curve for Ag film
with 50 nm of SU-8 on top. For the two excitons, we approximate their energy by
two horizontal lines whose energies are given by the two gaussians fitted to the ex-
perimentally measured absorption curves of the reference sample having no silver.
Note that these energies shift slightly when the concentration is changed (see the
normalized absorption spectra in Fig. 3.13). To deduce the dispersion of the strongly
coupled modes, we used the above model, in which the coupling strengths of both
excitons and SPP are deduced from the experimental data, that is, from the amount
of splitting. As can be seen, there is a reasonable agreement between the theoretical
and experimental dispersions, even without any fitting parameters.

Note that for 200 mM sample where the coupling strength is large, a substan-
tial fraction of the hybrid mode is exciton-like: the relative coefficients for the two
excitons are close to 40 percent, with only 20 percent of SPP. This clearly demostrates
the hybridization of the two excitons. By comparing the relative coefficients for the
two concentrations, one can see how the SPP fraction goes up and the relative exci-
ton fractions go down as the concentration is decreased: this demonstrates how the
coupling strength affects the hybridization.

3.3.5 Transition linewidth narrowing

While the large oscillator strengths are a characteristic feature of organic semicon-
ductors, the large exciton linewidths that result from inhomogeneous broadening
and the presence of a vibronic progression make strong coupling difficult to ob-
serve [52]. It is generally accepted that the split should be bigger than the individual
linewidths of the uncoupled transitions [37, 35]. This is due to fact that repetitive
energy transfer between SPP and R6G is not possible if one or the other loses the en-
ergy via dissipation before even one cycle is made. This is the reason why majority
of the experiments are made with J-aggregates, for which the absorption linewidths
are very small even at room temperature [53].

In Fig. 3.9 is shown the normalized R6G and the J-aggregate absorptions. The
R6G absorption is shifted in energy to allow a better comparison. For R6G, the mea-
sured absorption is very broad (FWHM = 230 meV). Further there is a shoulder in
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FIGURE 3.8 a) The theoretical and measured dispersions (DM2) for 200 mM sample
(top) together with relative coefficients of the middle energy branch calculated from
the theoretical dispersions (bottom). b) The same as in a) but for the 50 mM sample.

the absorption accompanied with a large Stokes shift (100 meV) and their role for
the strong coupling studies was not initially clear.

To study the linewidths of the strongly coupled modes, we plotted the full width
at half maximum of the three modes for 200 mM sample as a function of energy (the
spectra obtained with DM2 were used, see Fig. 3.10). A clear dip in the linewidths
is seen particularly in the vicinity of the low energy splitting. A similar linewidth
narrowing was reported by Sugawara for J-aggregates and localized plasmons in
metallic spherical nanovoids [72]. In the present case we show that linewidth nar-
rowing is also observed in the case of propagating SPPs. However, it requires further
studies to fully understand the origin of this effect.

3.3.6 The energy transfer

In this section we will demonstrate how DM1 in conjunction with DM2 can be used
to study further the time evolution of the system. Since the absolute spectral in-
tensities for these two methods are not comparable without careful calibration of
the light collection efficiencies, we restrict our analysis to relative changes in the
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FIGURE 3.9 The measured absorption for 200 mM R6G film (red line) and the absorp-
tion (dashed black line) and the luminescence (solid black line) of the J-aggregate film
used in [9]. Adapted with permission from [9].

FIGURE 3.10 The linewidths of the three modes for 200 mM sample as a function
of the mode energy, measured with DM2. The gray vertical lines indicate the enegy
positions of the two splits.

measured spectra. To ease the comparison, the spectra measured with DM1 are sub-
tracted from the background spectra, that is, from the white light source spectrum.
Consequently, the incoupled modes are now shown as peaks rather than dips in
the spectra as previously. In the Fig. 3.11 are shown the two spectra measured with
DM1 and DM2 from the 200 mM sample while keeping the excitation intensity and
the angle the same. The spectra are normalized with respect to highest peak, that is,
the lowest energy hybrid mode peak. By comparison, two major differences can be
identified. First, the spectral peak positions of the three modes are shifted in DM2
as compared to DM1. This is in accordance with previous dispersion relations in
which it was shown that the split seen with DM1 is increased when using DM2.
As mentioned earlier, we believe this change is due to increased interaction time of
the modes measured with DM2. Second, the relative intensities of the high energy
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modes are decreased for DM2. The highest and middle energy branches have only
1/4 and 1/6 of the intensities in DM2 as compared to DM1. As discussed previously,
since the excitation is the same for the both methods, we expect that any difference
in the results originates from the dynamics, i.e., the events taking place after the
excitation. The dynamics may include several different phenomena, namely prop-
agation speed, scattering and losses via coupling to the environment. Next we will
discuss the possible mechanisms that could result in such differences in the mea-
sured spectra.

FIGURE 3.11 The normalized spectra for the 200 mM sample with DM1 (black) (back-
ground subtracted), and DM2 (red), both with excitation light angle 71.5◦. The dashed
lines show the spectral peak positions for the measurement methods DM1 (black) and
DM2 (red). The numbers indicate the intensities of the peaks. Modified with permis-
sion from the paper III of this thesis.

The role of dissipation. The dissipation in the system may originate from the
electron phonon interaction in the metal, in organic dye molecules (vibrational re-
laxation) or the surrounding SU-8 solid matrix. We note that these losses are also
present when using DM 1, but with smaller effect on the system. The timescale for
the losses to affect signal 1 equals the time of the incoupling event, whereas the time
for the losses to affect the signal 2 extends from the incoupling event to the scatter-
ing event. The dissipation related to plasmons and to molecular vibrational relax-
ation are expected to be energy dependent. For plasmons, the dissipation increases
monotonously with increased energy, and therefore it does not provide explanation
for the observation that the middle energy branch is mostly attenuated.

The role of vibrational relaxation of R6G can be twofold: first, it could simply
decrease the population of a branch by emitting a phonon. This would then be de-
tected as decreased intensity of a given branch. Second, the dissipation may provide
a pathway to decrease the population of upper energy branch while increasing the
population of the lower energy branch, accompanied by the emission of a phonon
that carries away the excess energy.
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The role of mode propagation speed. Assuming the mode scattering into photons
takes place in specific locations on the sample, for example in corrugations of the sil-
ver surface, the different propagation speed of each mode affects the total time the
mode spends in the system before scattering. The slower the mode, the longer the
time and higher the dissipation prior to scattering. Provided that the mode propaga-
tion speed is equal to the slope in the dispersion curves, the middle energy branch
has the smallest propagation speed of the three branches, and would thus be the
subject to highest dissipation.

The role of the mode scattering cross section. The scattering cross section of the cou-
pled modes may be energy (wavelength) dependent and this could account for the
difference between the obtained spectra. Our previous work indicates that no sig-
nificant wavelength dependency for plasmon scattering can be seen within 450-550
nm. Also, a strong wavelength dependence of scattering should affect the measured
spectra for DM2, thus altering the dispersions measured by this method. Thus, the
very high resemblance of the dispersions measured with DM1 and DM2 for the
sample having only silver (see Fig. 3.2) renders this option unprobable.

The role of energy transfer between the modes Finally, we want to discuss the possi-
bility of the population transfer between the strongly coupled branches. The energy
transfer between strongly coupled modes has been predicted [1] and experimentally
addressed for inorganic [77] and organic [50] microcavities containing J-aggregates
and the qualitative agreement between the experiments and a model assuming en-
ergy transfer was found. Agranovich et al. [2] suggest that the majority of exciton
states in J-aggregate microcavities are in fact incoherent. These states occupy the
very high and low k vector states at the resonance energy, forming a reservoir of
excitons that can be pumped nonresonantly, and which by decay populate the co-
herent low energy hybrid modes.

Unpublished data by the author of this thesis implies this could be the case in
our system as well. A continuous, but nonresonant SPP excitation of the high en-
ergy branches in Kretschmann configuration yields to the population of the lowest
energy branch, but no significant population is seen in the upper branches except
at the energy of the excitation light. This suggests that 1) the population from the
high energy branches is indeed transferred to the lowest energy branch, and that
2) the principal relaxation pathway of the high energy branch modes to the lowest
branch is connected to the vibrational relaxation of R6G. Whether the relaxation re-
sults to a direct population transfer to the lower energy branch, or to population
transfer first to the uncoupled exciton reservoir at high k vector states and then to
the lower energy branch, remains a question. However, as evidenced by the leakage
radiation experiments of such a system, the low energy population is still strongly
coupled and exhibits a band bending (anticrossing) at the energy of the R6G absorp-
tion maximum.
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3.3.7 The conversion of the hybrid modes to photons

In previous SPP-molecule strong coupling experiments only the lowest energy branch
can be made to emit light [74,75,9]. This is in conrast to microcavity experiments, in
which also the high energy branches are luminescent. However, a reduced intensity
of the high energy branch luminescence has been observed also in microcavities,
and has been explained by the fast population transfer between the branches, oc-
curring on time scales of 30 fs, which is much faster than the normal radiative decay
of polaritons [54].

Here we show that also the high energy SPP-exciton hybrid modes can be con-
verted to photons. In Fig. 3.11 is shown the luminescence spectrum measured from
the 50 mM sample with DM2, exhibiting emission from all three strongly coupled
modes. Further, in waveguide samples (see Fig. 3.7) the emission of the high energy
branches is seen as well, with very sharp spectral features. Since the conversion of
the modes to photons is important in terms of both applications and fundamental
physics, it would be of interest to evaluate what are the particular conditions for
light generation of the high energy modes.

In our studies regarging thin film samples, the excitation has been done with
white light in Kretschmann configuration when detecting the luminescent light from
the molecule side of the sample. This is in contrast to other studies with similar
samples where the system has been excited nonresonantly with laser light from the
molecule side of the sample, while observing the leakage radiation with a reverse
Kretschmann geometry [74,75,9]. Also the luminescence from the molecule side has
been measured in such a configuration, exhibiting only the uncoupled emission of
the molecules [74, 75, 9]. In this case it is possible that while using a laser to directly
excite the molecules also the dipole orientations that are not strongly coupled to
SPPs are excited and their contribution to luminescence screens out the strongly
coupled mode luminescence.

3.3.8 Monomers or aggregates?

Next we will estimate the relative fractions of R6G dimers and monomers in our
samples and their contribution to the observed results are discussed. It is well known
that R6G molecules have a tendency to form aggregates, especially dimers in high
concentrations. In Ref. [10], Bojarski studied the absorption of R6G in solid polyvinyl
alcohol polymer matrices, and was able to extract both the monomer R6G as well as J
and H dimer contributions of the absorption. Our estimations are based on the mea-
sured absorbances of the reference thin film samples having no silver together with
the analysis carried out in Ref [10]. In Fig. 3.12 is shown the monomer and dimer
absorbances measured in [10], together with the 25 mM reference sample used in
our experiments. The high resemblance between the spectrum of our sample and
the monomer spectrum implies that the 25 mM sample consists of monomers only.
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FIGURE 3.12 The measured absorbances from the 25 mM sample (red curve) together
with the results from [10] Modified with permission from [10].

Since the dimer concentration should scale with the total R6G concentration,
the 4 mM sample likely consists of only monomers as well. (The 25 mM sample was
used for comparison due to low signal-to-noise ratio in 4 mM sample). To analyze
the two higher concentration samples, we note that while the dimer H band and the
monomer shoulder absorptions overlap, there is no dimer absorbance at monomer
absorption maximum. Thus the relative height of the absorption shoulder should go
up when the dimer concentration is increased. In Fig. 3.13 is shown the normalized
absorbances of the reference samples, showing that when the R6G concentration is
increased, the shoulder absorption is increased, as expected. The relative increase
of the shoulder absorbance accounts for the increased amount of aggregates. Note
also the slight red shift or broadening of the main absorption; this is likely due to
J-dimer contribution. The H-aggregate fraction of the R6G in our samples could be
deduced by 1) fitting a Gaussian curve to the shoulder and the maximum absorp-
tion, 2) comparing the integrated area of the shoulder to the shoulder area of the
monomer absorption. From this, we estimated the contribution of H dimers to the
total absorbance at the shoulder energy to be 0, 0, 15 and 65 percent for the 4, 25, 50
and 200 mM samples, respectively.

As the low energy split in our thin film samples is located at the monomer
absorption maximum rather than the dimer J band maximum, we conclude that
this split originates from the R6G monomers. The high energy split is visible with
relative small H-aggregate concentrations (15 percent), and therefore we expect that
both the monomers and dimers may contribute to that splitting.
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FIGURE 3.13 The normalized absorbances from the 25 mM, 50 mM and 200 mM
reference samples.

3.4 Discussion

Based mainly on the paper III of this thesis, in this chapter we have presented a
series of new findings related to room temperature coherent interaction between
the SPPs and organic molecules. In particular, we report on

1) Observation of strong coupling and vacuum Rabi splitting in broad absorp-
tion molecule (R6G), implying that the strong coupling may readily accessible at
room temperature for a variety of other SPP-molecule systems as well. This should
be taken into account in future studies and applications.

2) Observation of double splitting, in which SPP mediates the hybridization of
the two molecular excitations.

3) Transition linewidth narrowing for propagating SPP-molecule system in the
vicinity of the strong coupling condition.

4) A novel detection method (DM2), which gives access to probe the time evo-
lution, such as energy transfer and relaxation dynamics of the system when used in
conjunction with DM1.

5) A lithographic method to control the interaction time of the SPP-molecule
system, allowing to transit from weak to strong coupling regime with high preci-
sion. The interaction time is a key parameter in understanding and controlling the
strong coupling dynamics. The method allows a sub-fs control over this parameter
by means of standard electron beam lithography. The summary of the effects of the
interaction time on the strong coupling are presented in Fig. 3.14.

6) The possibility of further increasing the SPP-molecule coupling by intro-
ducing a cavity-SPP, in which the decay to free-space photons is prohibited. The
method for fabrication of such a cavity is straightforward and can be done by stan-
dard lithography methods.
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FIGURE 3.14 The summary of the effects of the interaction time on the strong cou-
pling. The emission spectra measured from the waveguide samples having different
lengths of R6G deposited on top of a waveguide, along with the dispersion curves
of the thin film samples with different R6G concentrations. The red, green and black
spectra correspond to 1 µm, 2 µm and 5 µm lengths of R6G, respectively. The black
spectrum is measured from a waveguide sample having a 5 µm R6G area as well, but
with a layer of silver deposited on top this area (see the schematic inset). In the dis-
persions red, green and black correspond to 4, 25 and 50 mM samples, respectively.
Modified with permission from the paper III of this thesis.

Taking into account the complexity of the overall system, the coherent interac-
tion of the molecular ensemble with the SPP in room temperature is remarkable: a
SPP-quantum consists of a macroscopic number of conduction band electrons in the
vicinity of the metal surface, which in practical systems is far from flat. Further, even
only one organic dye molecule has innumerable amounts of electonic transitions,
couplings to environment via vibrations, etc. Taking into account the disorder that
is present in such an organic film with an ensemble of molecules (different dipole
orientations of the molecule, aggregates of the molecules, variations in the thickness
of the layer and impurities), it is not intuitively clear why such a system should ex-
hibit any coherence whatsoever. However, SPP systems have been shown to exhibit
coherence in many room temperature studies, including preservation of entangle-
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ment in photon-SPP-photon conversion [26], SPP mediated emission of antibunched
photons from single emitter [3], and double slit experiment [83].
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Chapter 4

Field induced nanolithography for
high throughput pattern transfer

Roughly, the fabrication of nanostructures can be divided to top-down and bottom-
up methods. Together these two complementary methods create a powerful ba-
sis for novel designs with increasing complexity and function. As the traditional
top-down fabrication methods were inherited from the IC-industry to the study of
nanosciences, soon after a set of bottom-up methods were invented that relied on the
properties of the materials themselves to form the desired configuration. Examples
of nano-objects created by such methods include quantum dots (QDs), carbon nan-
otubes, DNA origamis [68] and various polymers. Often these objects are extremely
well defined in terms of their chemical composition. For example, in DNA origami
the position of each individual base-pair can be controlled, in carbon nanotubes the
chirality defines whether the tube is metallic or semiconducting, and in QDs their
light emission properties can be tailored by the choice of material and the size.

However, practical devices often require several elements with different prop-
erties coupled to each other to achieve the desired function. For example, a carbon
nanotube needs to be connected to a set of electrodes to make a transistor. The cou-
pling between these elements is fundamentally bound to their relative position. As
the precise spatial control over each of the device components has proven to be ex-
ceedingly difficult, nanocircuits and devices with high complexity, packing densities
and structural order over large sample areas have not yet been realized.

Due to both scientific and commercial interest to control the spatial position
of individual nanoparticles, several methods have been introduced, utilizing flu-
idics [69], magnetic fields [69] and electric fields. For electric fields, particularly
electrophoresis [20], light-induced electrophoresis [33], dielectrophoresis [46], light-
induced dielectrophoresis [15], optical tweezers [43], and surface plasmon polari-
tons have been used [66].

Many of the presented methods enable precise control of individual parti-
cles [43, 20, 67, 22]. However, they are limited in throughput which rules out their
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use for mass production. On the other hand, the methods enabling high throughput
are often restricted in spatial resolution [16, 33]. A second limitation is that the par-
ticles are bound to the master chip [76, 66, 69, 46] and thus do not allow repetitive
pattern transfer which is crucial for mass production. A recently introduced high
throughput pattern transfer method utilizing electrophoresis in conjunction with
polymerizable target surface addressed many of the above issues, but the method is
applicable to charged particles only [14].

NanoImprint Lithography (NIL) has proved to be a valuable tool for high
throughput, high resolution transferring. NIL uses a topologically patterned mold
to transfer the pattern onto a target surface. Usually the surface is covered with a
thin layer of resist [18], although approaches with no resist have also been devel-
oped [17, 38]. Microcontact printing (µCP) uses a similar mold as NIL, but made of
flexible polymer Polydimethylsiloxane (PDMS) that can be used to directly deposit
self-assembled monolayers of molecules or other nano-objects to the target surface.
µCP has been successfully used particularly in bioapplications. A variant of this
method was recently introduced, which allowed a high throughput deposition of
colloidal (60 nm) gold particles with high reproducibility and single particle resolu-
tion onto the target plate [45].

While NIL and µCP can be used to produce high throughput pattern transfer,
the mold (master) for each pattern is unique. For such a method to be applicable
in the fabrication of multicomponent nanodevices, the precision of the two (or more)
overlay patterns should be around 10 nm or less. The challenge here is to align the
second mold with such a precision with respect to already existing pattern. Surely,
this could be done using a piezo actuated interferometric position system as in state-
of-the-art electron-beam writers, but this approach is far from straightforward. Thus
it is highly desirable to introduce a universal stamp capable of producing arbitrary
pattern onto target without changing the master. In this case, the only relative move-
ment required between the target and the master could be established by one single
piezo stage moving in a direction normal to the master and target surfaces. The sec-
ond layer could then be produced just by changing the pattern of the master and
then contacting the master again with the target by using a piezo. In such a configu-
ration, the relative alignment of the master and the target remains the same between
the consecutive layer depositions, and thus the overlay alignment is always correct
even in the absence of a positioning system.

We propose a high precision, high-throughput method for pattern transfer of
nanoscale objects. The feasibility of this dielectrophoresis (DEP) based method is
demonstrated by producing arrays of quantum dots. The method can be extended to
arranging carbon nanotubes, biomolecules and other nano- and microscale objects
into desired configurations. In our method, the pattern on a master stamp can be
dynamically controlled by electromagnetic fields and transferred to another surface,
while the master stamp stays intact. The dynamic control over the trapping pattern
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can be used to realize one single, universal master stamp capable of transferring
any desired multicomponent pattern to the target surface. Due to parallel nature of
both the trapping and the pattern transfer, this method holds a potential for mass
fabriction of nanostructures.

4.1 Dielectrophoretic force

A particle and its surrounding medium in the electric field ~E can be considered as
an effective dipole which has an induced dipole moment ~p, that is proportional to
the electric field [39, 44], i.e.,

~p = α~E. (4.1)

The constant α = α(ω, rp) is the effective polarizability of the object, which depends
on the angular frequency of the electric field ω, the radius of the particle rp and the
properties of both the particle itself and the surrounding medium. Note that this
enables the tailoring of the polarizability by the proper choice of medium. Polariz-
ability of a particle of volume V with a permittivity εp is

α = 3V εpRe[K]. (4.2)

Here Re denotes the real part, and K is so-called Clausius-Mossotti factor,
which depends on both the particle and the medium, and is described by Zheng
et al. [82]

K =
1

3

ε?p − ε?m
ε?m + A(ε?p − ε?m)

, (4.3)

where, A is a geometrical factor (A = 1
3

for a sphere).

The complex permittivities of the particle and medium, ε?p and ε?m respectively,
are given by

ε?p = εp − i
σp

ω
(4.4)

and
ε?m = εm − i

σm

ω
. (4.5)

In these equations, εp and εm are the real parts of the permittivities, and σp and σm

are the conductivities of the particle and the medium, respectively.

The dielectrophoretic force ~FDEP exerted to the particle by the nonuniform elec-
tric field is given by

~FDEP = (~p · ~∇) ~E =
α

2
~∇(E2). (4.6)

For an isotropic homogeneous spherical particle with radius rp, the time-averaged
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dielectrophoretic force is

~FDEP,tav = 2πεmr
3
pRe

[
ε?p − ε?m
ε?p + 2ε?m

]
~∇(E2

RMS), (4.7)

where ERMS is a root-mean-square value of the electric field (assuming a sinusoidal
time dependence).

As seen from the Eq. 4.3 Clausius-Mossotti factor K is a frequency dependent
variable, with real part varying from -0.5 to +1. When Re[K] > 0 (Re[K] < 0), the
force exerted on the particle is directed towards the field maximum (minimum).
These two regimes are termed as positive and negative dielectrophoresis, respec-
tively.

An example of a frequency dependence of the Clausius-Mossotti factor is shown
in Fig. 4.1.

FIGURE 4.1 Frequency dependence of Clausius-Mossotti factor for a spherical parti-
cle.

Several notifications about the Eq. 4.7 should be made.

• By changing the frequency of the electric field, the Clausius-Mossotti factor can
change from positive to negative, which causes the DEP force on the particle
to change its direction accordingly. This unique property of Clausius-Mossotti
factor of the particle under a specified suspending medium can be utilized to
manipulation of particles.

• The DEP force is proportional to the size of the particle, which poses a chal-
lenge for the manipulation of nanoscale particles. However, the equation is
derived using classical description of permittivity and conductivity, which
are derived as bulk values, and may thus not be exactly valid in the case of
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nanoparticles or macromolecules, where a significant fraction of the atoms of
the object reside on the surfaces.

• The direction of the DEP force does not depend on the direction of the electric
field, since the field gradient causes the force on the particle, not the field it-
self. In the case of ac field, the particle experiences time-varying force, but the
direction of the force is always the same, even though the direction the electric
field vector is changing in time. Thus, it is sufficient to consider only a time-
averaged values as done in Eq. 4.7. Consequently, even the equation represents
the DEP force in the case of an ac electric field, it is valid also for a dc electric
field.

To be able to trap particles using DEP, the DEP force must overcome the Brow-
nian motion, which can be treated as a random force, i.e., so-called drag force, whose
maximum value is given roughly by [63]

Fthermal =
kBT

2rp
, (4.8)

where kB is the Boltzmann constant, T is the temperature, and rp is the radius of
the spherical particle. This sets the minimum particle size that can be manipulated
using certain DEP force. Since the thermal drag force ingreases with decreasing par-
ticle size, a higher DEP force is needed in order to manipulate nanoscale particles.
The higher field gradients, which are needed to create a higher DEP force, can be
generated by reducing the electrode dimensions or increasing the voltages applied
to the electrodes. However, due to practical reasons, e.g., use of aquatic solution or
rigidity of the electrode structure, the applied voltage cannot be increased too much.
Also, the Joule heating in the solvent can cause fluid currents that limit the trapping.

4.2 The proposed method

The proposed method, Field Induced Nanolithography (FINAL), relies on the forces
exerted to the polarizable nano-objects in non-uniform electric fields. These fields
can be conveniently realized and dynamically controlled by applying suitable volt-
ages to nanoscale electrodes structured on a master stamp surface. To estimate the
trapping force of the system, we used 3 dimensional finite element method mod-
elling to deduce the gradient of the electric field square in the vicinity of the nanoscale
electrodes, see Fig. 4.2a. The electrode geometry used in the experiments was im-
aged with AFM and then implemented into the simulation model (see Fig. 4.2b). A
dc voltage of 2.47 V was applied to the elecrodes, which corresponds to the RMS
value of the actual sinusoidal voltage used in the experiments. Previously it was
shown that if the RMS value of the voltage is used in the calculation the time-
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averaged force acting on a particle is FDEP,tav = α |∇E2
RMS|, where α is the polar-

izability of the particle. With α/ε0 = 2.8×107 Å3 for the used quantum dots [43], one
can estimate the force to be 1.3 × 10−10 N, which is well above the brownian force
4 × 10−13 N acting on a 10 nm diameter particle at room temperature. It is exactly
the extremely high field gradients produced by such electrode structure that makes
the overall pattern transfer procedure very robust.

Further, the simulation shows that the field gradients produced by the small
electrodes are tightly confined to the gap region, allowing a trapping to predefined
locations, having a spatial resolution that is basically defined by the resolution of
the electrode fabrication process.

FIGURE 4.2 a) Finite element method simulation of
∣∣∇E2

∣∣ (in units V2m−3) for the
electrode geometry used in the experiments, 5 nm above the surface of the Si/Si3N4

substrate (Modified from the paper IV of this thesis). The scale bar is 100 nm. b) The
sideview of the simulated structure.

In Fig. 4.3a-d is shown a schematic of the overall transfer procedure. Since the
master stamp is reusable, this procedure could be repeated several times, for a va-
riety of different nano-objects if desired. For each cycle, the trapped pattern can be
controlled by only changing the voltages applied to the electrodes. Thus, a one sin-
gle versatile master stamp having a two dimensional eletrode array could be used
for transferring any multicomponent pattern to the surface. The preferential adhe-
sion to the target plate can be realized by modifying the surface of the master stamp
with adhesion-blocking chemicals, and the target surface with adhesion-enhancing
chemicals.

4.3 Experimental

The fabricated electrodes consisted of a 2 nm thick layer of Ti and 15 nm of Au and
they were fabricated on a Si/Si3N4 substrate using standard electron beam lithogra-
phy. The metals were deposited in ultra high vacuum with electron beam evapora-
tor. The structure used in this experiment consisted of a row of 170 nm wide finger-
tip electrodes with 50 nm gap (see Fig. 4.2). Watersoluble CdSe (core) / ZnS (shell) /
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FIGURE 4.3 The field induced nanolithography (FINAL) method: the principle. (a)
The ac voltage is applied to a certain set of electrodes on a master stamp to produce
the desired field pattern, and the solution containing nano-objects is injected. (b) The
dielectrophoretic forces trap the nano-objects to the location of strongest electric field,
which is followed by bringing a target plate in contact with the solution. (c) The target
plate is brought in mechanical contact with the trapped nano-objects. (d) The target
plate is lifted with the nano-objects attached. (e) An artistic view of the trapping of the
second species of objects after the first pattern transfer. Modified from the paper IV of
this thesis.

polyethylene glycol (coating) QDs having an emission wavelength of 655 nm used
in this work were purchased from Invitrogen. The preferential adhesion to the tar-
get surface rather than to the master stamp was realized by incubating the master
stamp with a solution preventing nonspecific binding (SuperBlock blocking buffer
in PBS, from Pierce), and the target surface with Poly(Diallyldimethylammonium
chloride) (PDACMAC) solution which enhances adhesion.

The applicability of the proposed method was verified by first producing ar-
rays of quantum dots onto predefined configurations and subsequently transferring
this pattern to a target plate. The specific steps of the procedure were as follows. Step
1: A sinusoidal voltage signal (amplitude 3.5 V, frequency 1 MHz) was applied be-
tween the opposing electrodes (Figs. 4.3 and 4.4a) and kept on throughout the rest of
the experiment. A 80 nM quantum dot solution was injected onto a master stamp,
which was followed by a 10 min wait time for the trapping to take place. Step 2
(optional): To decrease the concentration of free, non-trapped quantum dots in the
solution, we injected additional de-ionized water onto a master stamp, and then re-
moved it. This step was repeated several times. Also a reference sample was made
for which this step was omitted. Step 3: The target plate (glass treated with PDAC-
MAC) was manually brought in contact with the solution (Figs. 4.3b and 4.4a). Step
4: The target plate was further lowered to contact the master stamp and the trapped
quantum dots (Fig. 4.3c). Step 5: The target plate was removed and dried with nitro-
gen flow (Figs. 4.3d and 4.4c) and the master stamp was rinsed with DI water and
dried.

The dielectrophoretic trapping of quantum dots was verified by in-situ mon-
itoring with confocal microscope during the trapping procedure, see Fig. 4.4a. The
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FIGURE 4.4 The field induced nanolithography (FINAL) method: a demonstration.
a) A confocal fluorescence image of the master stamp having a fingertip electrode
structure (see Fig. 4.2). The imaging is made through the target plate during the di-
electrophoresis. The dashed part shows the schematic of the electrodes and the circuit
wiring. (b) The image of the master stamp after the transfer process (see Fig. 4.3d). (c)
The image of the target plate after the transfer process (see Fig. 4.3d) demonstrates the
efficient transfer of the pattern. The scale bars are 50 µm. Adopted from the paper IV
of this thesis.

imaging was made through a standard microscope cover slip which was also used
as a target plate for the pattern transfer. As can be seen, the trapping takes place
within the electrode gap with high reproducibility. After the transfer procedure, the
master stamp appears to be virtually intact and free of quantum dots (see Fig. 4.4b),
which enables the re-use of the stamp. Figure 4.4c shows the confocal microscope
fluorescence image of the target plate after the transfer procedure. The spacing be-
tween the high intensity spots coincides exactly with the inter-electrode spacing of
the master stamp, which confirms that the transferred pattern is indeed originat-
ing from the dielectrophoretically trapped quantum dots of the master stamp. To
verify that the overall procedure induced no changes to the optical properties of
the QDs, their emission spectra were measured before and after the transfer to the
target plate, with no detectable changes. Note that while the signal in the trapping
location is so high that the confocal signal is saturated, the background intensity is
very small. This demonstrates the selectivity of the method. Further, by introducing
the step 2 the intensity ratios of the trapping location and the background could
be increased 5-50 fold as compared to the sample with step 2 omitted. This implies
the background intensity comes from the free, untrapped quantum dots within the
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liquid that bind to the target plate when it is contacted with solution. Thus, by intro-
ducing more careful rinsing (step 2) during the trapping, one could further decrease
the background. Importantly, this also implies that the already trapped quantum
dots stay within the trap even during the rinsing; Otherwise there would be no sig-
nificant increase in the intensity ratio.

The dynamic control of the trap and the QDs was studied by monitoring the
time evolution of the system after the trap has been switched off, see Fig. 4.5. The
imaging was carried out through the target plate by using a confocal microscope
(see Figure 4.4a). After the ac-voltage (2.75 V amplitude, 1 MHz) has been switched
off the restoring force of the trap disappears and the QDs escape from the trap due
to Brownian motion, demonstrating the dynamic control of the trap. The escaped
QDs are likely to be aggregates, as evidenced by their high luminescence. However,
during the trapping procedure, the luminescence intensity within the trap builds up
in a smooth and continuous rather than stepwise manner, implying the majority of
the initially trapped objects are either individual QDs or smaller aggregates than the
ones escaping the trap. Some of the QDs stay attached to the surface of the master
stamp even after the trap has been switched off. This is due to nonspecific binding
of the QDs. However, as can be seen in Fig. 4.4b, the master stamp is free from QDs
after rinsing and drying, enabling the reuse of the stamp.

FIGURE 4.5 The time evolution of the system after the trap has been switched off at t
= 3.5 s.

At present we cannot conclude whether the trapped QDs are individual ones
or aggregates due to lack of sensitivity of the confocal measurement setup. In prin-
ciple this could be done by monitoring a fluorescence of the trap region, where the
presence or the absence of blinking would imply individual QD or plurality of QDs,
respectively. However, by using the simulation results shown in Fig. 4.2a together
with the polarizability of the QDs in water [43], one can make a simple estimate of
the trapping force exerted to individual QDs in our system, yielding a force almost
three orders of magnitude higher than that due to the Brownian motion for 10 nm
particle. Thus, we expect that also individual QDs are trapped. Further, since the
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electrode dimensions down to sub-10 nm scale are accessible with standard electron
beam lithography methods, we expect that the technique presented here could be
used to trap only one individual QD per gap as well. We also believe that it is the
wealth of the trapping force of such nanoscale electrodes that enables the pattern
transfer with very basic methods as reported here, i.e., by pressing the target plate
manually in contact with the master.

4.4 Discussion

The advantage of using nonuniform electric fields:
Due to polarizability of a wide range of materials, the method presented here can
be extended to a variety of nanoscale objects, such as individual DNA molecules,
origamis, carbon and other nanotubes as well as for other, metallic insulating or
semiconducting colloidal nanoparticles. In fact, as Eq. 4.8 implies, the trapping force
is governed by the effective polarizability. Thus, objects composed of any material can
be trapped with such a method, provided that the medium is chosen in a way that
there is a difference between the dieletric permittivities of the two. This is advanta-
geous as compared for example to electrophoresis or magnetic trapping which rely
on the net charge or magnetic properties of the object, thus limiting the applicability
of those methods to certain particular materials.

The advantage of using nanoscale dielectrophoresis:
As mentioned previously, the highly nonuniform electric field is the key require-
ment for successful manipulation of nanoscale particles. In nanoscale, this require-
ment plays even more pronounced role, since the trapping force goes down and the
brownian force goes up with decreasing particle size. It can be shown that the elec-
tric field gradients created by the nanoscale electrodes produce particularly strong
field gradients, which allows the manipulation of very small particles. In fact, the
gradient of the electric field square is three and six orders of magnitude higher as
compared to the optical tweezers and SPP based devices reported elsewhere [43,66],
facilitating the control over very small objects.

In addition, the dynamic control over the trapping pattern through applied
voltages allows a very straightforward method for controlling individual trapping
centers in fast timescales that could be challenging to realize for example by SPP
based methods, in which the electric field landscape is static and predefined by the
geometry of the master. This dynamic control also allows one to create one universal
master stamp that could be used to transfer complex multicomponent structure onto
the target surface with high spatial precision between the overlay patterns. In addi-
tion, the parallel nature of this trapping and the pattern transfer provide interesting
perspectives for mass fabrication of nanoscale circuits.

Further, we expect the power input to the system to be negligible as compared
to optical tweezers or SPP based devices. This is important since the inreasing tem-
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perature 1) interferes with the trapping via increased brownian force and fluid con-
vection and 2) can destroy or deform the objects of interest that are sensitive to
temperature, for example biomolecules such as DNA.

The advantages of dielectrophoresis have previously been recognized in pat-
tern transfer by other groups as well [73,48]. Here we show that scaling the electrode
geometry down to nanoscale and by combining this with pattern transfer, a 10 fold
improvement in particle size and 5 fold improvement in overall feature size can be
achieved as compared to previous dielectrophoresis based methods [73, 48].

Challenges:
Of course it still remains a challenge to prepare a suspension out of any arbitrary
material while avoiding aggregation and keeping the conductivity of the medium
low enough to avoid excess Joule heating. Further, it is an open question whether
the preferential adhesion to the target plate is always realizable and whether the me-
chanical contact would destroy some more fragile objects than QDs. One possibility
would be to introduce a thin layer of polydimethylsiloxane (PDMS), a flexible poly-
mer shown to be highly biocompatible, onto the surface of the master to establish a
good mechanical contact between master and the target even with very low press-
ing force. Additionally, due to its very hydrophobic surface, a nonspecific binding to
PDMS has been shown to be very weak, which in turn facilitates the pattern transfer
to the target [45].

Future Prospects:
In addition to high throughput pattern transfer, we note that the master stamp by
itself could also be used to monitor the interplay between two different nanoscale
objects as a function of their relative concentration within the trap. This could be
realized, e.g., by first loading one species of nano-objects within the trap, then ap-
plying step 2 to remove the excess, nontrapped objects from the liquid and then
introducing a second species of nano-objects by a fluid-injection. This sort of device
could be used to create nanoscopic reaction vessels within the liquid, in which the
walls of the vessel would be defined by the electric field landscape rather than some
physical constraints as in traditional experiments (the walls of a test tube, etc). The
advantage of this approach over the traditional one would not be limited to only
reduced size of the vessel, but also the dynamic control of the vessel size, shape,
number and potential well depth that isolates the vessel from surroundings, would
provide new perspectives to the experiments. Also, the electrodes on the master
stamp offer a convenient way to study current transport, charging effects or optical
properties of the QDs in the presence of nonuniform or timevarying electric fields.
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Chapter 5

Ultra-high vacuum compatible
electrical feedthroughs for portable
Bose-Einstein condensate

5.1 Background

Bose-Einstein condensates of ultracold atoms have been experimentally realizable
for several years. The realization of a condensate can be greatly simplified using
a microscopic magnetic trap on a chip in a glass cell [30]. In this case, the electrical
feedthroughs for current carrying wires were made by wires soldered to the connec-
tor inside the glass cell. Also, a portable configuration in which the atom chip itself
forms one wall of the vacuum system was introduced [23]. A 50 µm thick mirrored
silicon plate was anodically bonded to the glass cell as shown in Fig. 5.1. In this case
the extra silicon plate increased the distance between the current carrying wires and
the magneto-optical trap (MOT) which leads to reduced the magnetic field gradi-
ents. This in turn makes it more difficult to realize Bose-Einstein condensate in such
a configuration. The thickness of the silicon plate cannot be decreased because of the
mechanical strain resulting from the ultra-high vacuum inside the glass cell. Further,
high currents needed to realize the BEC in such a configuration increase the temper-
ature within the vicinity of the wires and often result to the fracture of the glue used
between the silicon plate and the chip.

5.2 The fabrication of ultrahigh vacuum compatible elec-
trical feedthroughs for BEC

In this section a novel fabrication process for feedthrough atom trapping chips,
which are used in atomic condensate optics, is introduced.
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FIGURE 5.1 Schematic drawing and photograph of the portable vacuum system for
Bose-Einstein condensate. Adopted from the paper V of this thesis.

The advantages of using feedthrough atom trapping chips are the simple mi-
crofabrication process which has a potential for mass fabrication and reduction of
the overall chip area bonded to the glass atom trapping cell. Our results demonstrate
that current can be conducted through the feedthoughs while still maintaining the
ultra high vacuum of 1 × 10−9 torr. Our approach utilizes copper electroplating to
vacuum seal the chip-through electrical feedthroughs. In electroplating, the deposi-
tion of metal is realized by using a solution containing a metal salt. By applying a
suitable voltage between the object and the solution, the positively charged metal
ions in the solution are attracted to the object and reduced to metallic form upon
it. Since the deposition takes place atom-by-atom, it can be used to seal very small
areas.

The main steps of the fabrication process are described in Fig. 5.2a. A 500 µm
thick double side polished <100> cut silicon wafer was used as a substrate for atom
trapping chip. A 3 µm thick oxide was grown on both sides of the wafer to form
an electrically insulating layer. The feedthroughs were defined by UV lithography
(150 µm x 150 µm square) and etched through silicon by using 80◦C , 30 % KOH
solution (in DI water) . A titanium adhesion layer and a copper seed layer (30nm
and 200 nm, respectively) were thermally evaporated on both sides of the substrate
and inside the feedthroughs. The current carrying wires (100 µm wide) were pat-
terned by UV lithography on both sides and 12 µm thick copper is electroplated
to make the wires thick enough to stand high current necessary for condensation in
such a configuration. A photoresist was then used to define the areas where the cop-
per electroplating was utilized to seal the feethroughs. To totally seal feedthroughs,
10-12 hour electroplating was necessary. Consequently, the adhesion layer and the
copper seed layer were stripped off by wet etching. The final step was to UV pattern
and etch away (20 % hydrogen fluoride) the oxide layer. This was necessary for re-
alizing the anodic bonding between the chip and a glass cell of the portable vacuum
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system.
A sideview of the resulting feedthroughs is shown in Fig. 5.2b. As can be seen,

the result for electroplating is not perfect, and some voids are visible within the
feedthroughs. Consequently, some of the feedthoughs exhibited vacuum leaking
after anodic bonding to a glass cell. The observed problem was attributed to the
residual photoresist within the feedthroughs even after the UV exposure and its de-
velopment.

FIGURE 5.2 a) Fabrication steps for atom trapping chips (first approach). b) Sideview
of the fabricated feedthroughs. Modified from the paper V of this thesis.

To verify the assumption, an alternative fabrication approach was introduced,
where the feedthroughs were protected from UV resist by simply adding a piece of
tape prior to photoresist spinning. The main steps of the process are described in
Fig. 5.3a, and the sideview of the resulting feedthroughs in 5.3b. As can be seen, the
resulting electroplated copper appears very uniform without any voids.

FIGURE 5.3 a) Fabrication steps for atom trapping chips (second approach). b) Side-
view of the fabricated feedthroughs. Modified from the paper V of this thesis.

In Figs. 5.4a and b are shown the photographs of feedthrough atom trapping
chip which then was anodically bonded to a Pyrex 7740 glass cell for Bose-Einstein
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condensate experiments see Figs. 5.4c and d. After the anodic bonding step, the
vacuum seal by a helium vacuum detector and the current carrying characteristics
was further tested.

FIGURE 5.4 Photographs of feedthrough atom trapping chip anodically bonded to
a Pyrex 7740 glass cell for Bose-Einstein condensate experiments. Modified from the
paper V of this thesis.

Interestingly, while such a configuration enables to scale down the BEC to mi-
cronscale, a novel method for nanoscale BEC was recently suggested, which utilizes
surface plasmons [57]. While currently a great effort is given to minimize SPP losses,
in this case the losses are utilized to realize Bose-Einstein condensate of atoms. In this
context, SPPs are used to introduce a viscous damping force through ohmic losses
that facilitates the loading of the trap with atoms. Further, SPPs enable the mini-
atyrization of Bose-Einstein condensate to nanoscale by overcoming the attractive
van der Waals force near material surfaces.

To summarize, a novel fabrication process for feedthrough atom trapping chips
for atomic optics experiments was developed and successfully tested by a helium
vacuum detector on the electroplated feedthoughs and anodically bonded areas. No
leaking was detected during testing at 1 × 10−9 torr and room temperature. Later,
by improvement in the substrate cleaning procedure, a yield of 97 % was achieved,
even after the anodic bonding step, which requires the heating of the feedthroughs
up to 425 °C [19].
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Chapter 6

Summary

Weak coupling between molecules and SPP. The papers I and II and the section II of this
thesis discuss molecular interaction with surface plasmon polaritons in the weak
coupling regime. In this limit, the characteristic emission and absorption features of
the molecules are not significantly changed as compared to vacuum conditions. A
photon-SPP-photon conversion is demonstrated in the paper I, in which the incou-
pling and the outcoupling, which are spatially separated by 10 µm, is realized by
using molecules. The paper II demonstrates that by utilizing the vibrational relax-
ation of R6G or SR101 molecules, a frequency conversion for propagating SPPs can
be realized. Further, QDs were shown to couple the photons to SPPs.

Strong coupling between molecules and SPP. Strong coupling between SPPs and
R6G molecules was demonstrated in paper III and section III of this thesis. In this
regime, also qualitative features, such as spectral shape, are strongly modified with
respect to vacuum conditions. In contrast to previous reports [9, 74] it was also
shown that all three energy branches of the strongly coupled SPP-molecular exci-
tation hybrid system can be converted into photons. Two novel detection methods
were introduced, revealing features of the system time evolution that are not vis-
ible in conventional angle resolved reflection spectroscopy used in previous stud-
ies [9, 74]. Also, a quantum mechanical hybridization of the two molecular excita-
tions and SPP was reported for the first time. Finally, in analogy to tunable-Q optical
microcavities, it was shown that the Rabi splitting can be controlled by adjusting the
interaction time between waveguided SPPs and R6G deposited on top of the waveg-
uide. The interaction time can be controlled with sub-fs precision by adjusting the
length of the R6G area with standard lithography methods, allowing studies of ex-
tremely nonadiabatic phenomena in strongly coupled systems.

Field induced nanolithography. In paper IV and section IV of this thesis, a novel
method is demonstrated for high throughput, high precision pattern transfer for
nanoscale objects by utilizing dynamically controllable electric field patterns on a
master stamp. The proof-of-principle experiment here was done using quantum
dots. High throughput, high-accuracy fabrication of arrayed quantum dots is of ma-
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jor importance as such, for instance in the context of solar cells and optical biosen-
sors. In general, the method can be readily extended for trapping of various other
nano-objects in addition to quantum dots. Due to the demonstrated extreme robust-
ness of the method, it is likely that the limits of performance can be pushed even
much further. An important advantage of using dielectrophoresis in pattern trans-
fer is based on the fact that, in addition to high precision and high throughput, the
method enables dynamic control over the trapping and transferred pattern; one sin-
gle universal master stamp can be used to generate any desired multicomponent
pattern to the target plate. Due to its robustness, versatility and universality, the
method has remarkable application potential in nanotechnology.

Ultra high vacuum compatible electrical feedthroughs for portable Bose-Einstein con-
densate setup. The paper V and section V presents a method for fabricating ultra high
vacuum compatible electrical feedthroughs for atom trapping chip used to create
Bose-Einstein condensates. The method takes advantage of the electroplating tech-
nology together with the mass fabrication capabilities inherent in UV lithography.
The method enables to fabricate on-chip ultra high vacuum sealable feedthroughs,
small enough to have dozens of them on a single chip, but large enough to stand
high currents necessary for the realization of BEC in such a configuration.
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